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AVERAGE TRANSLATORY SPEED OF THE FLOW OF MELTS
OVER THE SURFACE OF A MOULD
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J11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
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sBISI 12897 ’

MIKHAILOV, 6. G.
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MIKHAILOV, G. 6.
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LOTOSH, V. YE.
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00/00/1974,v---- ,N0010, PP 0026-0029
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BISI 13002 ’

KORSHIKOV, G. V.
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BISI 13003 [

KAPLUN, P. R.
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KLIMENKO, V. M.
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LYASHKOV, V. B. 000000010524
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00/00/1974,v----,N0010, PP 0075-0078

EFFECT OF TENSION OF KINEMATICS OF THE

PROCESS OF RLLING BIMETAL AND LAMINATED

PACKS

BISI 13006 '

PERETYAT'KO, V. N. 000000011052
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00/00/1974,v----,N0010, PP 0078-0081

INVESTIGATION OF DEFORMATION IN THE

PROPAGATION OF A PLASTIC WAVE IN TYPE

ST 10 STEEL

BISI 13007 '

VAISBURD, R. A. 000000042312
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00/00/1974,v---- ,NO0O10, PP 0082-0087

ENSURING THE OPTIMUM CONTROL OF THE DRAWING

QUR PROCESS FORGING OF A RECTANGULAR
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INVESTIGATION OF THE HIGH-SPEED DEFORM

ATION AND RUPTURE OF SOLID BODIES

BISI 13009 '

SKLYEV, P. V. 000000011039
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥-~-- ,N0010, PP 0102-0104

EFFECTS OF OVERHEATING AND RECRYSTALLIZATION

ON THE MECHANICAL PROPERTIES OF 34KHN3M,

34KHNZMF1 AND 34KHM3MF2' STEELS

BISI 13010 *

SKYLUEV, P. V. 000000117605
/H1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v¥---- ,NO010, PP 0102-0104

EFFECTS OF OVERHEATING AND RECRYSTALLIZATION ON

THE MECHANICAL PROPERTIES OF 34KHN3M, 34KHNZMF1,

AND 34KHM3MF2 STEELS 7 PP
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GRACHEY, S. V. 000000011050
JTIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥----,N00C10, PP 0115-0117

STEP TWO-STAGE PATENTING OF ALLOY

STEEL WIRE

BISI 13011 "

GRACHEY, S. V. 000000205985
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STEP PATENTING OF ALLOY STEEL WIRE
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SELECTING RATIONAL SECOND ORDER INOCULANTS
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FOR STEEL.
BISI 13013 [

KHRAPOV, A, YA,

11TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,v---- ,N0010, PP 0142-0145

RESEARCH INTO THE SPECIAL FEATURES OF THE
BREAKDOMN OF GREY CAST IRON AND MAGNESIUM CAST
IRON AT HIGH TEMPERATURE
BISI 13014 ¥

TRUKHIN, B. V.

//TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,V----,N0O010, PP 0175-0176
CONCENTRATION OF INERTIA STRESSES AT
THE OUTER EDGE OF A TOOTHED DISC-SAW
BLADE
BISI 13015 ’

ZHEREBIN, B. N.
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00/00/1974,v---- ,NOO11, PP 0019-0023
ANALYSIS OF THE BLAST FURNACE PROCESS
IN THE SMELTING OF LISAKOVKA IRON FEED
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SHCHERBAKOV, V. A,
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ADAPTIVE ALOGITHMS FOR OPTIMUM ASSESSMENT OF THE
CARBON CONCENTRATION IN MOLTEN STEEL
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MIKHALICH, V.,

/1 TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,¥----,N0011, PP 0033-0036

THE E.M.F_. METHOD USED FOR DETERMINING

THE THERMODYNAMIC PARAMETERS OF THE

PROCESS OF DEOXIDATION REPORT 2

BISI 13064 ¥

KAZACHKOV, YE. A,
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,¥----,NOO11, PP 0054-0057
MATHEMATICAL SIMULATION OF THE SOLIDIFICATION
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POTAPOV, I. N.
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INVESTIGATION OF THE DEFORMATION STATE IN
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GRIDS.
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J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v----,N0O11, PP 0073-0077
THE REOUCTION OF PARTICULARY THICK-WALLED
HOLLOW BODIES USING LARGE FEED-ANGLES.
BISI 13067 '

OPTAPOV, I. N. 000000220903
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GRAFQV, B. G. 000000012527
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,NOO11, PP 0074-0082

THE SUPERPLACTICITY OF HYDRAULICALLY

EXTRUDED ZHSEKP ALLOYS

BISI 13068 ¥

GRAFQY, B. G. 000000116251
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA// )

00/00/1974,vV---- ,NOO11, PP 0078-0082

THE SUPERPLASTICITY OF HYDRAULICALLY EXTRUDED

ZHSEKP ALLOY.

BISI 13068 [

ANCHEY, V. KH, 000000021243
J/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v----,N0011, PP 0132-0139

INFLUENCE OF ULTRA-SOUND ON MICRO-HARONESS

AND DISLOCATION STRUCTURE OF COPPER

BISI 13070 '

LEVIN, B. E. 000000220902
/1 TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,N0O011, PP 0158-01616

NICKEL ZINC FERRITES CONTAINING COPPER

BISI 13071 ]

ZHUKOV, A. A, 000000032099
{1 1ZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,V----,N0011, PP 0162-0164

STRUCTURE OF VANADIUM-ALLOYED CAST IRONS

BISI 13072 ’

SHONG, KAD VAN 000000026886
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v----,N0011, PP 0175-0178

EFFECTS OF THE RATE OF FLOW OF GAS THROUGH

ROOF LANCES ON EROSION OF THE ROOF AND

THE RATE OF SPATTER

BISI 13073 ¥

KAGANOY, V. YU, 000000116238
/11ZVESTIVA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,N0011, PP 0179-0181

CALCULATION OF “L1QUIDUS™ SENSING ELEMENTS.

BISI 13074 ‘

KAZACHOY, E. A. 000000220900
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v----,N0O11, PP 0179-0181

CALCULATION OF LIGUIDUS SENSING ELEMENTS
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POVOLTSKII, D. YA. 000000116237
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,N0O012, PP 0011-0014

ACTIVITY [N OXYGEN IN GRAPHITE AND CAST IRON.

BISI 13136 ¥

TARASOV, V. P. 000000021250
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,V---~,N0012, PP 0015-0018

VOIDAGE OF TWO-COMPONENT MIXTURE OF

GRANULAR MATERIALS

BISI 13137 [

ZARYIN, YE. YA, 000000021348
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,V---- ,N0012, PP 0033-0037

STUDY OF THE CONVERTER BATH BLOMWING PROCESS

USING CINEMATOGRAPHY

BISI 13138 '

VYDRIN, V. N. 000000032092
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,NO012, PP 0047-0050

INVESTIGATION OF SPECIFIC FRICTIONAL FORCES

AND PRESSURE IN THE ASYMMETRICAL ROLLING OF

THICK STOCK

BISI 13139 '

ROIZEN, M. YA, 000000116249
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,N0012, PP 0051-0053

CONDITIONS OF IMPACT-FREE GRIPPING OF METAL BY

TOLLING MILL ROLLS.

BISI 13140 [

ROIZEN, M. YA, 000006220305
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥----,N0012, PP 0051-0053

CONDITIONS OF IMPACT FREE GRIPPING OF METAL BY

ROLLING MILL ROLLS

BISI 13140 ¥

KOLMOGROV, G. L. 000000046345
/11ZVESTIVA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v---- ,N0012, PP 0065-0068
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DURING UPSETTING
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DURING UPSETTING
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MASS SERVICING: COMMUNICATION 2
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CHELYSHEY, N, A,
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SOME OF THE FEATURES OF THE DYNAMIC RUPTURE
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BISI 13143 [

PERMYAKOY, V. G.
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00/00/1974,¥----,N0012, PP 0085-0087
MAGNE TOMETRIC RESEARCH INTO TRANSFORMATION
OF THE RESIDUAL AUSTENITE IN R12 STEEL
BISI 13144 ¥

GUW', YU. P,

/1TIVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v----,N0012, PP Q092-0097
CHANGE IN THE CHARACTERISTICS OF DEFORMATION
STRENGHTHENING DURING ARTIFICIAL STRAIN
AGEING OF TECHNICAL-GRADE IRON
BISI 13145 ]

ATANASOVA, 1. R.
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,v¥----,N0012, PP 0105-0108
NITRIDING OF HIGH-CHROMIUM STEELS ALLOYED
WITH ALUMINIUM
BISI 13146 L

ATANASOVA, 1. R.
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,¥----,N0012, PP 0105-0108
NITRIDING OF HIGH-CHROMIUM STEELS ALLOYED
WITH ALUMINIUM
BISI 13146 [

VERSKININ, P. 1.

/41ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,¥----,N0012, PP 0114-0118
RESEARCH INTO THE HEAT TRANSFER DURING THE
CASTING OF STEEL IN CHILL MOULDS COOLED WITH
MOLTEN METAL HEAT-BEARERS
BISI 13148 '

GRANKOVSKII, V. I,
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,V----,N0012, PP 0134-0137
STATIC CONTROL OF HEATS IN OPEN-HEARTH FUR
NACES
BISI 13149 ¥

TAITS, N. YU.
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,V0017 ,N----, PP 0164-0167
SELECTION OF CONDITIONS FOR HEATING METAL
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BISI 12530 [

YELYUTIN, V. P.
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SUBSTRATE
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YELYUTIN, V. P,

J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017 ,N000t, PP 0005-0007
DEPOSITION OF TITANIUM CARBIDE ON A REFRACTORY
SUBSTRATE
8ISI 12250 [

YUSFIN, I. S.

41 TIVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,¥0017,N0001, PP 0018-0020

EFFECT OF CRYSTAL STRUCTURE IMPERFECTION ON THE
SINTERING OF IRON OXIDES

BISI 12251 '

YUSFIN, YU. S.
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,vV0017,N0001, PP 0018-0020
EFFECTS OF CRYSTAL STRUCTURE IMPERFECTIONS
ON THE SINTERING OF IRON OXIDES
BISI 12251 '

GLINKOY, M, A,

/11ZYESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017,N0C001, PP 0034-0036
MATHEMATICAL PORTRAYAL OF THE PROCESSES OF
OXIDATION OF IMPURITIES DURING CONTINUOUS
STEELMAKING
BISI 12252 *

GLINKOY, M. A,
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,¥0017,N0001, PP 0034-0036
MATHEMATICAL PORTRAYAL OF THE PROCESSES
OF OXIDATION OF IMPURITIES DURING
CONTINUOUS STEEL MELTING
BISI 12252 . L)

KAPLUN, P. R.

{{TZVESTIVA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017,N0001, PP 0037-0041

HYDRODYNAMIC AND DIFFUSION PROCESSES IN PLANT

FOR THE CONTINUDUS CONVERSION OF IRON

BISI 12253 ¥

KAPLUN, P, R,

J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,¥0017,N00C1, PP 0037-0041
HYDRODYAMIC AND DIFFUSION PROCESSES IN PLANT
FOR THE CONTINUOUS CONVERSION OF IRON REPORT 1.
BISI 12253 ¥

SHEVTSOV, E. K.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
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MECHANSIM OF THE INFORMATION OF THE SLAG METAL
TRANSITION ZONE IN A MOLTEN HEARTH BATH

BISI 12254 ¥

SHEVTSOV, YE. K.
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MECHANISM OF THE INFORMATION OF THE SLAG-METAL
TRANSITION ZONE [N A MOLTEN HEARTH BATH
BISI 12254 #

SHEVTSOV, YE. K. 000000197492
F11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0001, PP 0042-0046

MECHANISM OF THE FORMATION OF THE SLAG-METAL

TRANSITION ZON IN A MOLTEN HEARTH BATH

BISI 12254 ]

MILENIN, YE. N. : 000000197486
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0001, PP 0052-0059

EFFECTS OF ULTRASONIC VIBRATIONS ON THE

MICROSTRUCTURE OF HEAT-RESISTING NICKEL ALLOYS

BISI 12255 L)

MILYENIN, E. N, 000000172033
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0CGO1, PP 0059-0062

EFFECT OF ULTRASONIC VIBRATIONS ON THE

MICROSTRUCTURE OF HEAT RESISTING NICKEL ALLOYS

BISI 12255 ¥

POLUKHIN, V. P, 000000178992
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0001, PP 0074-0077

PART PLAYED BY FLATTENING OF THE MILL ROLL IN

FORMING THE TRANSVERSE PROFILE OF STOCK

BISI 12256 '

POLUKHIV, P. 000000197476
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

007/00/1974,V0017 ,NOOO1, PP 0074-0077

PART PLAYED BY FLATTENING OF THE MILL ROLL

IN FORMING THE TRANSVERSE PROFILE OF STOCK

BISI 12256 *

SMIRNOY, V. S. 000000178991
/TIZNESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0O001, PP 0087-0089

CONTACT STRESSES DURING THE ROLLING OF TEXTURED

MATERTAL

BIS] 12257 ¥

KOLIKOV, A. P. 000000172082
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0001, PP 0090-0092

INVESTIGATION OF THE CROSS ROLLING OF MOLYBEDUMUN

AND NOBIUM

BISI 12258 ¥

KOLIKOV, A. P. 000000137451
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,N0001, PP 0090-0092

INVESTIGATION OF THE CROSS ROLLING OF

MOLYBDENUM AND NIQBIUM :

BISI 12258 '

SOKOLOV, L. N, 000000172081
/1 1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0001, PP 0102-0103

PERFECTING THE TECHNOLOGY OF FORGING OF ORE
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WITH COMBINATION HEADS
BISI 12259 [J

NECHAYEV, Y. S,

{1TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,vV0017,NO001, PP 0125-0131

THE HEAT AND ENERGY OF TRANSPORT OF VACANCIES
CRYSTALS

BISI 12260 »

NECHAYEY, YU, S.
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017 ,NGOC1, PP (125-0131
THE HEAT AND ENERGY OF TRANSPORT OF YACANCIES
IN METALLIC CRYSTALS
BISI 12260 [

BELYATSKAYA, I. S.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v¥0017 ,NOQO1, PP 0136-0138

THE MAGNETIC PROPERTIES OF MN-AL ALLOYS WITH
CARBON

BISI 12261 ]

LEVIN, B. E.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017,N0001, PP 0139-0141

STRUCTURE AND PROPERTIES OF MAGNESIUM ZINC
FERRITE ALLOYED WITH CUPRIC OXIDE

BISI 12262 ]

LEVIN, B. YE.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,¥0017,N00C1, PP 0139-0141

STRUCTURE AND PROPERITIES OF MAGNESIUM-INC
FERRITE AND ALLOYED WITH CUPRIC OXIDE

BISI 12262 L]

MOZHAROY, M. V.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017 ,NO001, PP 0149-0153
REDISTRIBUTION OF ELEMENTS DURING ELECTROLYTIC
BORIDING
BISI 12263 ’

MOZHAROY, M. V.

//1ZVYESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,Y0017,N0001, PP 0149-0153
REDISTRIBUTION OF ELEMENTS DURING ELECTROLYTIC
BORIDING
BISI 12263 ¥

NOVIKOV, V. V.

/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,Y0017,N0001, PP 0166-016%

RESEARCH INTO HEAT TRANSFER IN A CHANNEL TYPE
HIGH SPEED HEATING FURNACE

BISI 12264 ]

NOVIKOY, V. V.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1974,v0017 ,NOOO1, PP 0166-0169
RESEARCH INTO HEAT-TRANSFER IN A CHANNEL-TYPE
HIGH-SPEED HEATING FURNACE

000000172032

000000197567

000000172031

000000172030

000000197489

000000172029

000000197570

000000177098

000000197522
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BISI 12264 [

BROVKIN, L. A, 000000177085
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017 ,NO00, PP 0170-0174

THERMAL CALCULATION OF A COMPARTMENT FURNACE

UNDER A STEADY-STATE SCHEDULE

BISI 12265 ]

BROVKIN, L, A, 000000197495
J/T1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,N0001, PP Q170-0174

THERMAL CALCULATION OF A COMPARTMENT

FURNACE UNDER A STEADY-STATE SCHEDULE

BISI 12265 [

SIMONOV, V. P. 000000177086
/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0O001, PP 0175-0178

ANALYSIS OF THE THERMAL CONDITIONS IN THE MOULDS

OF PLANT FOR THE CONTINUOUS CASTING OF METALS

BISI 12206 '

SIMONOV, V. P, 000000197456
/FTZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,N0001, PP 0175-0178

ANALYSIS OF THE THERMAL CONDITIONS IN THE MOULDS

OF PLANT FOR THE CONTINUQOUS CASTING OF METALS

BISI 12266 '

GLINKOV, G. M. 000000177087
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017 ,NOOOt, PP 0185-0188

STUDY OF THE HETROGENITY OF A LIQUID OPEN HEART

BATH BY MEANS OF RADIOACTIVE ISOTOPES

BISI 12267 ]

GLINKOV, G. M. 000000197501
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0001, PP 0185-0188

STUDY OF THE HETEROGENEITY OF A L1GUID

OPEN-HEARTH BATH BY MEANS OF RADICGACTIVE ISOTOPES

8ISl 12267 [

LEVOCHKIN, 0. V. 000000265368
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017 ,N0002, PP 0009-0011

CARBONIZATION OF THE SURFACE LAYER OF IRON AND

NICKEL DURING THE REDUCTION OF INTERFERENCE

COLOUR OXIDE FILMS WITH CARBON MONOXIDE

BISI 12338 L

KONOVALOV, G. F. 000000197569
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017 ,N0002, PP 0015-0017

INTER-PHASE TENSION OF TYPE 15K STEEL WITH

SLAGS, USED FOR CONTINUQUS CASTING AND

ADHESION OF THE PHASES

BISI 12339 [

0SINOVSKIKH, L. L. 000000197577
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0002, PP 0035-0039

CHANGE IN THE ENTHALPY AND SPECIFIC HWEAT OF
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BLAST-FURNACE SLAGS DURING THEIR HEAT TREATMENT
BISI 12340 [}

NESTERENKO, S. V. 000000197494
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/007/1974,¥0017,N0002, PP 0040-QQ44

DETERMINING THE ELECTRICAL CONOUCTIVITY

OF SLAG MELTS ARE VARIOUS TEMPERATURES

BISI 12341 ’

GAVRILIN, YE, F, 000000137579
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017 ,NO002, PP 0048-0052

DETERMINING THE POSITION OF A RDOF LANCE IN

A OPEN-HEARTH FURNACE BY ELECTRICAL METHODS

REPORT L

BISI 12342 ‘

GAVRILIN, E. F. 000000265355
F1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0002, PP 0048-0052

DETERMINING THE POSITION OF A ROOF OXYGEN LANCE

IN AN OPEN HEARTH FURNACE BY ELECTRICAL METHODS

REPORT 1,

BISI 12342 L

MEDZHIBOZHSKIY, M, YA. 000000197581
HITZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,N0002, PP 0053-0057

DETAILED EXPLANATION OF THE BASIC LAW KINETICS

OF THE SOLUTION OF SOLID BOBIES IN LIGUID

BISI 12343 ¥

MEDZHIBOZHSKIY, M. YA, 000000261338
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0002, PP 0053-0057

DETAILED EXPLANATION OF THE BASIC LAW OF

KINETICS OF THE SOLUTION OF SOLID IN LIGUIDS

BISI 12343 ’

BOGACHEY, 1. N. 000000197573
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,NQ002, PP 0127-0130

THE PLASTIC OEFORMATION AND PHOTOELECTRIC

(EXOEMISSION) PROPERITIES OF METALS AND ALLOYS

BISI 12344 ¥

BOGACHEV, 1. N. 000000265367
/1 1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,NO002, PP 0127-0130

THE PLASTIC DEFORMATION AND PHOTOELECTRIC

(EXOEMISSION] PROPERTIES OF METALS AND ALLOYS

BISI 12344 '

DETKOY, S. P. 000000197520
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v¥0017,N0002, PP 0142-0146

THE ABSORBING POWER OF GASEQUS PRODUCTS OF

COMBUSTION

BISI 12345 '

DETKOY, S. P. 000000261331
#/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0002, PP 0142-0146
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THE ABSORBING POWER OF GASEOUS PRODUCTS OF
COMBUSTION
BISI 12345 ]

KLEINER, M. K. 000000261332
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0002, PP 0156-0160

DETERMINING THE BOUNDARY FUNCTION FOR THE

ASYMMETRICAL HEATING FOR A CONTINUOUS CYLINOER

BISI 12346 [

GOLDFARB, E. M. 000000197578
/71ZYESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,Y0017,N0002, PP Q161-0164

ANALYZING THE THERMAL STRESSES IN BRACED AND

SUSPENDED FURNACE ROOFS AND SELECTION OF A

RATIONAL DESIGN FOR FIZING THE SKEWBACKS

BISI 12347 ¥

GOLDFARB, E. M. 000000265354
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017 ,N0O002, PP 0161-0164

ANALYZING THE THERMAL STRESSES IN BRACED AND

SUSPENDED FURNACE ROOFS AND SELECTIONS OF A

RATIONAL DESIGN FOR FIXING THE SKEWBACKS

BISI 12347 /

SHAKIROV, V. A, 000000197572
7/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N00G2, PP 0174-0178

OPTIMUM RESERVES ON STEELMAKING SCHEDULES T0

ENSURE MAXIMUM RELIABILITY OF FULFILMENT REPORT

NG, 1

BISI 12348 ’

GRIGOREV, G. A. 000000294423
771ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0O003, PP 0008-0010

INVESTIGATION OF THE KINETICS OF THE

DISPLACEMENT OF FLUX BY MOLTEN METAL ON THE

SURFACE OF A SOLID BODY 7 PP

BLL 5828.4 F:M-21958 ]

KAPLUN, P, R. 000000230391
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0003, PP 0028-0031

HYDRODYNAMIC AND OIFFUSION PROCESSES IN AN

INSTALLATION FOR THE CONTINUOUS CONVERSION

OF PIG IRON

BISI 12413 ]

ELYUTIN, V. P. 000000230332
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,Y0017,NO003, PP 0036-0038

DEPOSITION OF TITANIUM CARBIOE ON GRAPHITE USING

LOW TEMPERATURE PLASMAS

BISI 12414 '

KUCHERYAYEV, B. V. 000000294424
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,80003, PP 0039-0043

USE OF THE SUPERIMPOSITION OF A UNIFORM FLOW AND

OTHER SIMPLEST FORMS OF FLOW FOR PLOTTING BASIC

SOLUTIONS TO THE PROBLEMS OF THE PRESSURE
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TREATMENT OF METAL 12 PP
BLL 5828.4 F:M-21959 ¥

ONISHCHENKO, I, 1. 000000230276
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0003, PP 0049-0052

DETERMINATION OF TRANSVERSE DEFORMATION DURING

CONTINUOUS ROLLING WITH TENSION

BISI 12415 ]

OKHRIMENKD, YA, M. 000000230275
{1TIVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0003, PP 0061-0064

TEMPERATURE IN THE IMMEDIATE DIE CONTACT ZONE

DURING THE STAMPING OF HEAT-RESISTANT BLADES

BISI 12416 ¥

POLUKHIN, P. I. : 000000171668
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,N0003, PP 0065-0068

INVESTIGATIONS OF THE PROCESS OF LONGITUDINAL

ROLLING OF TUBES IN VACUUM

BISI 12417 ‘

POTAPKIN, S. P, 000000171667
11TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0003, PP 0077-0081

FIELD OF SLIP LINES IN THE UNSTEADY STATE PROCESS

OF ROLLING HEAVY AND MEDIUM SHEET

BISI 12418 [

NECHAYEV, YU. S. 000000251147
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017 ,NOOO3, PP 0110-0112

KINETICS OF THE ESTABLISHMENT OF EGUILIBRIUM

ELECTRICAL RESISTANCE IN THE SOLIDUS-LIGUIDUS

REGION

BISI 12419 L]

NECHAS, YU. S. 000000282486
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0O003, PP 0110-0113

KINETICS OF ESTABLISHING THE EQUILIBRIUM

ELECTRICAL RESISTANCE IN THE SOLIDUS LIQUIDUS

ZONE

NTC 76-11080 L]

KLUINGER, L. M. 000000234425
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0O003, PP 0113-0116

ELASTIC MODEL OF GRAIN BOUNDARIES IN METALS 12 PP

BLL 5828.4 F:M-21965 ¥

KARASYUK, N, P, 000000251148
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v¥0017 ,NOOO3, PP 0132-0134

RELATIONSHIP OF THE PARAMAGNETIC SUSCEPTIBILITY

AND OF AGING PROCESS FOR THE HIGH TEMPERATURE

£14378 ALLOY TO TEMPERATURE

BISI 12420 [

POLESYA, A. F. 000000251149
/T1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1974,¥0017,N0003, PP 0149-0153
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STRUCTURE OF NI-SB AND FE-SB ALLOYS QUENCHED
FROM THE MOLTEN STATE
BISI 12421 '

ZLOBINSKIY, B, M, 000000251150
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,V0017,N0003, PP 0154-0157

FACTORS INFLUENCING THE SOUND EMISSION OF CAST

IRON

BISI 12422 '

SABELNIKOV, A. G. 000000205738
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017 ,NO003, PP 0158-0161

THE TEMPERATURE FIELD AND THERMOELASTIC STRESSES

IN A CYLINDER OF UNLIMITED EXTENT CONTAINING AN

INTERNAL SOURCE OF HEAT

BISI 12423 [

GLINKOV, M. A. 000000251008
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0O0O3, PP 0166-0169

DYNAMICS OF A GAS JET IN A LIQUID COMMUNICATION 2.

BISI 12424 '

AGEYEV, N. V. 000000271573
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,Y0017,N0O0C04, PP 0005-0010

THE THENTY FIFTH ANNIVERSARY OF THE ACADEMY OF

SCIENCES OF THE USSR 9 PP

BLL 5828.4 F:M-21978 ¥

FILIPPOV, S. I. 000000174650
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0004, PP 0014-0020

KINETIC PARAMETERS OF THE COMBINED OXIDATION

OF CARBON AND CHROMIUM WITH EXTENSIVE OXIDIZING

REFINING OF A METAL BATH

BISI 12621 : ¥

RYBALKIN, E. M. 000000286421
//TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v¥0017,N0004, PP 0025-0028

THE PARAMETERS OF AN IDEAL MIXING REACTOR FOR

STUDYING THE KINETICS OF FAST HETEROGENEOUS

REACTIONS 12 PP

BLL 5828.4 F:M 21980 L]

RIKHTER, R. G. 000000286422
/11ZYESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017 ,N0004, PP 0037-0040

INFLUENCE OF THE SURFACE PROPERTIES OF THE

LIGUID ON THE GAS PERMEABILITY OF AN IRRIGATED

BED OF P GRANULAR MATERIALS 11 PP

BLL 5828.4 F:M 21981 ]

ILYUKOYICH, B, M, ' 000000174651
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v¥0017,N0004, PP 0069-0073

THE THEORETICAL INVESTIGATION OF THE PROCESS

OF ROLLING IN PASSES. (COMMUNICATION 1)

BISI 12523 ¥
MORZHAKOY, A, V., 000000174652
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/1 TZVESTIVA YUZ CHERNAYA METALLURGIYA//
00/00/1974,¥0017,N0004, PP 0129-0132

SELECTION OF THE OPTIMUM VERSION OF HEAT
TREATMENT FOR HARD-ALLOY ORILL BITS

BISI 12525 ’

DRAPKIN, B. M, 000000192950
/1TIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,NO004, PP 0133-0135

INVESTIGATION OF THE GROWTH KINETICS OF

GRAPHITE INCLUSIONS IN CAST IRON

BISI 12526 [

VOZOVIZHENSKIY, V. M. 000000192951
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0004, PP 0136-0139

THE POSSIBILITY OF USING THE MICRO-HARDNESS

METHOD TO INVESTIGATE THE PROCESSES OF

THERMAL-FATIGUE FAILURE

BISI 12527 L)

YAKHRAPQV, A. 000000192952
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0004, PP 0140-0143

INVESTIGATION OF THE SPECIAL FEATURES OF THE

DYNAMIC FAILURE OF CAST IRONS

BISI 12528 '

GOLDFRAB, E. M. 000000174653
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017 ,N0004, PP 0149-0163

OPTIMUM FUEL CONSUMPTION-BASED CONTROL OF METAL

HEATING FOR YARIABLE BILLET TRAVEL SPEED IN THE

CONTINUOUS FURNACE OF A ROLLING MILLS

BISI 12529 ¥

BURYLEY, B. P. 000000255112
{11ZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017,N0006, PP 0005-0007

SATURATED VAPOUR PRESSURE IN SYSTEMS OF IRON

CHLORIDE WITH ALKALI-METAL CHLORIDES 9 PP

BLL 5828.4 F:M-23015 ¥

GABRILLIN, E. F. 000000250931
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0006, PP 0053-0058

DETERMINATION OF THE POSITION OF OXYGEN ROOF

LANCES IN THE OPEN-HEARTH FURNACE BY ELECTRICAL

METHO0S

CRL T6658X []

CHELYSHEV, N. A. 000000268024
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,v0017,N0006, PP 0082-0083

LIGHT OF ARC OF GRIP IN ASYMMETRICAL ROLLING

NTC-75-12057, BLL 5828.4F ’

KOLMOGOROY, G. L. 000000268012
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1974,¥0017 ,N0012, PP 0065-0068

HYDRODYNAMIC EFFECT OF A LIQUID LUBRICANT DURING

UPSETTING

BISI 13141 "

APPROVED FOR RELEASE: 2005/08/10 CIA-RDP91-00403R000201250012-4



APPROVED FOR RELEASE: 2005/08/10 CIA-RDP91-00403R000201250012-4

SHISAKIN, M. A. 000000033189
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,V---- ,N--=-, PP 0012-0016

DETERMINATION OF THE EMF METHOD OF THE
DEOXIDIZING CAPACITY OF CARBON IN IRON

DURING VACUUM MELTING

sBISI 13339 '

ANIKEEY, E. F. 000000033141
1/I1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v---- ,NO0OO1, PP 0008-0010

SELECTIVE DEPOSITION OF COMPONENTS OF

BINARY ALLOYS

tBISI 13226 []

ZHEREBIN, B. N. 000000020235
{11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0001, PP 0016-0020

ANALTSIS OF THE BLAST FURNACE PROCESS IN THE

SMELTING OF LISAKOVKA IRON ORE FEED

BISI 13227 '

JHERBIN, B. N. 000000033142
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0001, PP 0016-0020

ANALYSIS OF BLAST FURNACE PROCESS IN THE

SMELTING OF LISAKOVKA TRON-ORE FEED.

COMMUNICATION 2

tBISI 13227 ]

CHUVIKIN, N. G. 000000033143
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v---- ,NO001, PP 0030-0042

IDENTIFICATION OF MODELS OF MASS-HEAT TRANSFER

IN FLUE DUCT OF STEEL-MELTING UNIT

sBISI 13228 L]

CHUVIKIN, N, G. 000000021288
11TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0O001, PP 0039-0042

IDENTIFICATION OF MODELS OF MASS-HEAT TRANSFER

IN FLUE DUCT OF STEEL-MELTING UNIT

BISI 13228 ’

SZONYI, Z. 000000032115
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,vV----,N0001, PP 0043-0046

A SYSTEM FOR PROGRAMMING THE RUNNING OF AN

OPEN-HEARTH FURNACE SHOP

BISI 13229 ¥

SZONYI, Z. 000000033130
f11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0001, PP 0043-0046

A SYSTEM FOR PROGRAMMING THE RUNNING OF AN

OPEN-HEARTH FURNACE SHOP

sBISI 13229 ’

BUTSKIY, YE. V. 000000033131
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0001, PP 0047-0051

THE SOLUBILITY OF NITROGEN IN MULTIPLE-

COMPONENT NICKEL-BASED ALLOYS

+BISI 13230 '
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BUTSKIY, E. V.

/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,NO001, PP 0047-0051

THE SOLUBILITY OF NITROGEN IN MULTIPLE COMPONENT
NICKEL BASED ALLOYS

BISI 13230 []

KHLOPONIN, V. N.
/11ZVESTIVA VUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0001, PP 0057-0061
ASSESSMENT OF TH EFFICIENCY OF ACCELERATED
SLAB COOLING
BISI 13231 ’

KHIOPONIN, V. N.

/1IZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,V----,N0001, PP 0057-0061

ASSESSMENT OF THE EFFICIENCY OF

ACCELERATED SLAB COOLING

sBISI 13231 [}

SINITSYN, V. G.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,N0C01, PP 0085-0089
CONSTRUCTION OF THE GENERAL FIELD OF RATES IN
ASYMMETRICAL ROLLING
BISI 13235 L]

MEL'TSER, V. V.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,N0O0Gt, PP 0086-0089

CALCULATION OF PROFILE REGULATION OF THIN

STOCK IN CONTINUOUS HOT-ROLLING

BISI 13521 L]

GETIYA, I. G.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,N0O001, PP 0098-0103
ANALYTICAL DETERMINATIONOF THE CONTACT FORCES
DURING TUBE REDUCTION
BISI 13236 ’

GETIYA, I. G.

{11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,N0001, PP 0098-0103

ANALYTICAL DETERMINATION OF THE CONTACT

FORCE DURING TUBE REDUCTION

*BISI 13236 *

KOSTIN, L. G.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,¥---- ,N0001, PP 0109-0112

FEATURES OF RADIAL REFORMATION BY A SYSTEM

OF PLATES. COMMUNICATION 1.

BISI 13237 ¥

KAMNEV, P. V.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,v¥----,N0001, PP 0113-0117

HAMMERING FORGINGS OF ROUND SECTION UNDER

FLAT HEADS

BISI 13238 [

KAMNEV, P. V.

000000220317

000000021344

000000033132

000000021270

000000023316

000000024131

000000033126

000000021277

000000021272

000000033128
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/1TZYESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,V----,N0001, PP 01130117
HAMMERING FORGINGS OF ROUND SECTION UNOER
FLAT HEATS
*BIST 13238 ¢
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00/00/1975,V----,N0008, PP 0158-0160

DETERMINING THE TEMPERATURE AT THE SURFACE OF

THE MATERIALS DURING CONCENTRATION,

BISI 13913 L

BUYINTSEV, V. N. 0000000533%
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V---- ,NO0O08, PP 0161-0164

STAGE-BY-STAGE ADJUSTMENT OF A MATHEMATICAL

MODEL OF THE PROCESS OF DEC RBUTIZATION OF

OPEN-HEARTH FURNACE HEATS.

BISI 13914 ¥

VOSKRESENSKIY, V. A, 000000053493
711ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0008, PP 0165-0169

MEAN SGUARE LAODING ON THE DRIVE OF A REVERSING

ROUGHING MILL ALLOWING FOR THE PRESSURE

VARIATIONS AT THE END OF A RECRANGULAR

WORKPIECE .

BISI 13915 ]

PAVLOV, YU, A. 000000147376
H1TIVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0009, PP 0003-0012

EFFECT OF RADIATION TREATMENT ON THE FE203

REDUCTION PROCESS WITH SOLID CARBON

BISITS '

PAVLOY, YU. A, 000000205895
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0Q09, PP 0009-0012

EFFECT OF RADIATION TREATMENT OF THE FE203

BISI 14018 [

CHESNOKOY, Y. P. 000000046055
//I1ZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0009, PP 0013-0015

EFFECT OF CHROMIUM AND NICKEL ON NITROGEN

DIFFUSION IN LIQUID IRON.

BISI 14019 [

KAZACHKOV, YE. 4. 000000046012
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0009, PP 0044-0046

INVESTIGATION OF THE HYDRODYNAMIC BEHAVIOUR

PATTERNS IN THE TOP POURING OF STEEL.

BISI 14021 [

0STROVSKIY, CO. I. 000000053491
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0009, PP 0052-0056

CALCULATING THE ENTHALPIES OF FORMATION OF

BINARY METALLIC SOLUTIONS.

BIS1 14022 ¥
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KUCHERAYEY, B. V., 000000058390
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0009, PP 0070-0073

INVESTIGATION OF THE PLASTIC FLOW OF A MATERIAL

IN THE DEFORMATION ZONE DURING ROLLING

BISI 14024 L

OKHRIMENKO, YA, M, 000000046060
11IZVESTIYA VUZ CHERNAYA METALLURGIYA//

00100/1975,¥----,N0009, PP 0083-0087

CALCULATION OF THE POSITION OF THE METAL FLOW

INTERFACE IN OPEN PRESSING.

BISI 14026 4

MATVEYEN, B. N. 000000053386
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0009, PP 0092-00%

DETERMINATION OF THE DEFORMATION ZONE LEADING

EDGE AND LINEAR METAL DISPLACEMENT DURING

PILGER ROLLING.

BISI 14027 ]

POLUKHIN, V. P. 000000057285
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V---- ,NOO0S, PP 0097-0101

STRIP TEMPERATURE FORMATION IN HOT WIDE-STRIP

ROLLING MILLS

BISI 14028 '

GERBENIK, V. M. 000000058400
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0009, PP 0106-0108

ANALYTICAL INVESTIGATION OF IMPACT LOADING ON THE

CENTRING DEVICE OF CROSS-HELICAL ROLLING MILLS

BISI 14029 []

STEFANOVICH, V., L. 000000053385
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0009, PP 0113-0117

INVESTIGATION OF THE PRODUCTIVITY OF ROUGHING

MILLS AS A FUNCTION OF THE PARAMETERS OF THE

MAIN DRIVE MOTORS.

BISI 14030 L

POTAPOV, 1. N. 000000058339
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0009, PP 0118-0122

INTERACTION OF METAL AND DRIVEN DISCS IN REEL

ING MILLS

BISI 14031 ¥

FILIPPOV, YE. S. 000000084723
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0009, PP 0126-0132

RECENT RESEARCH INTO THE VOLUMETRIC, SURFACE AND

STRUCTURAL PROPERTIES OF FLATTENED DROPLETS OF

MOLTEN METAL

BISI 14032 ‘

LIVSHITS, B. G. 000000054817
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V~----,NO009, PP 0135-0138

EFFECTS OF THE DEGREE OF DEFORMATION AND ANNEAL IN

ON_THE TEXTURE OF DYNAMO STEEL
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BSI 14033 []

ANTSIFEROV, V. N, 000000046061
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0Q09, PP 0147-0151

EFFECT OF CHROMIUM AND MOLYBDENUM ON THE

STRUTURE AND ANTI-FRICTION PROPERTLES OF

SINTERED STEELS.

BISI 14034 [}

USTINOV, V. L. 000000059128
f11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0009, PP 0156-0159 -

EFFECTS OF HARDENING AGENTS ON THE PROPERTIES

OF CASTING MOULD ALLOYING COATING.

BISI 14035 '

CHERHOVAL, A. V. (00000046057
//TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0009, PP (160-0164

MORPHOLOGY OF SPHEROIDAL GRAPHITE.

BISI 14036 ]

LEGENCHUK, V. 1. 00000005349
F/1ZVESTIYA YUZ CHERNAYA METALLURGIYA// .

00/00/1975,V----,N0009, PP 0165-0170

EFFECT OF THE THERMOPHYSICAL FACTORS ON THE

FORMATION OF TWO-LAYER TUBES AND BILLETS UNDER

A FLUX DURING CENTRIFUGAL CASTING.

BISI 14037 ¥

MEDVEDEY, B. I. 000000046071
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA/!

00/00/1975,v----,N0003, PP 0171-0174

HEAT TRANSFER 8Y RADIATION AND CONVECTION

IN A HIGH-VELOCITY CURRECT OF PRODUCTS OF

COMBUSTION.

BISI 14038 ]

BOCHKEY, N, G, 0000000591 31
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

0070071975, ¥---- ,NOOQ9, PP 0175-0178

INVESTIGATION OF THE KINETICS OF DECARBURIZATION

OF UNALLOYED ELECTRICAL STEEL.

BISI 14039 [

YAVOISKIY, A. V. 000000053415
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0009, PP 0179-0182

AN APPARATUS FO INVESTIGATING THE KINETICS OF

STEEL REFINING PROCESSED

BISI 14040 [

KOCHEROV, P. V. 000000054823
/FTZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0010, PP 0009-0012

CALCULATING THE HEATS OF MIXING OF MOLTEN ALLOYS

OF TRANSITIONAL METALS WITH SILICON AND ALUMINIUM

BISI 14100 '

SHERNAVIN, S, B. 000000084738
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0010, PP 0013-0017

KINETICS OF THE PROCESS WHEREBY OXYGEN IS

APPROVED FOR RELEASE: 2005/08/10 CIA-RDP91-00403R000201250012-4



APPROVED FOR RELEASE: 2005/08/10 CIA-RDP91-00403R000201250012-4

TRANGFERRED FROM MOLTEN SLAGS TO NICKEL AND
COBALT ALLOYS CONTAINING CARBON
BISI 14101 '

DEVOCHKIN, 0. V.
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,V~--~- ,N0O010, PP 0018-0020
EFFECT OF PRELIMINARY OXIDATION ON THE PROCESS
OF CASEHARDENING STEEL
sBISI 14102 [

SPIRIN, N, A,

F/T1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,¥---- ,NOO10, PP 0030-0033
ASSESSING THE NON-STATIONARY NATURE OOF
TEMPERATURE FIELDS IN THE BLAST-FURNACE STACK
BISI 14103 ]

DENISOV, V. A,
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0010, PP 0041-0043
. AN INVESTIGATION BY MEANS OF A COLD MODEL OF
THE HYDRODYNAMICS OF AN OPEN HEARTH BATH WITH
SUB-SURFACE INJECTION
sBISI 14104 '

DENISOV, V. A,

1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0010, PP 0041-0043
AN INVESTIGATION BY MEANS OF A COLD MODEL OF THE
HYDRODYNAMICS OF AN OPEN HEARTH BATH HITH
SUB-SURFACE INEJCTION
BISI 14104 ’

BELOKUROV, S. M.
//I1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0010, PP 0056-0060
THE ALLOYING OF STEEL WITH NIOBIUM (PART 1}
BISI 14105 L

CHIZHIKOV,YU, M.

J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,V---~,N0010, PP 0071-0075
EFFECT OF THE INITIAL INGOT CROSS-SECTION SHAPE
ON WELDING UP THE METAL DURING THE ROLLING OF
RAILHAY TRACK RAILS
BISI 14106 ¥

ANASHKIN, A, V.

//1ZVESTIVA YUZ CHERNAYA METALLURGIYA//
00/00/1975,V----,N0010, PP 0087-0091

INVESTIGATION OF THE PROCESS OF COLD UPSETTING A
RESTRAINED CYLINDER. COMMUNICATION 1
BISI 14107 L]

SAVEL'EV, A. N.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,V----,N0010, PP 0092-0095
DYNAMIC IN MAIN LINE WHILE GRIPPING A TAPERED
INGOT
BISI 14108 '

GADALOY, V. N.
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

000000042934

000000042935

000000042936

000000205986

000000060621

000000058415

000000126874

000000057260

000000084716
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00/00/1975,V----,N0010, PP 0103-0106

INFLUENCE OF HEAT TREATMENT ON AMPLITUDE
DEPENDENCE OF INTERNAL FRICTION A CAST NICKEL-
CHROMIUM-BASE ALLOY

BISI 14109 [}

LEVCHENKO, V. P, 000000062865
/712VESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v¥---- ,N0O010, PP 0116-0119

INFLUENCE OF MICROALLOYING HITH HYDRIDE-FORMING

ELEMENTS ON HAI LINE CRACK SENSITIVITY OF 34KHN3M

STEEL

BISI 14110 [

BABICH, .V. K. 000000058409
/J1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0010, PP 0124-0127

EFFECTS OF SMALL DEFORMATION AND TEMPERING ON THE

PROPERTIES OF US STEEL WITH A LOWER BAINITE STRUC

TURE

BISI 14111 '

GOL'DENBERG, A. A. 000000058421
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥---~,N0010, PP 0137-0140

THE STRUCTURE OF WHITE CAST IRON INVESTIGATED BY

QUANTITATIVE METALLOGRAPHY METHODS

BISI 14113 ¥

KHRAPOV, A. YA. 000000067374
J71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0010, PP 0141-0144

GAMMA-RESONANCE INVESTIGATION OF CEMENTITE

ISOLATED FROM CAST IRONS ALLOYED WITH MANGANESE

CHROMIUM AND TITANIUM

BISI 14114 ’

KOLARZ, B. 000000057252
/1T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0010, PP 0161-0164

PATTERNS OF CHANGE IN THE OIMENSION OF THE ZONE OF

THO-DIMENSIONAL MOYEMENT OF GASES IN SHAFT TYPE

BISI 14116 ¥

SHVYDKIY, V. S. 000000059118
/41ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0010, PP 0161-0164

PATTERNS OF CHANGE IN THE DIMENSION 0OF THE ZONE

OF THO-DIMENSIONAL MOVEMENT OF GASES IN SHAFT

TYPE FURNACES.

BISI 14116 ¥

STORUZHIK, D. A. 000000058424
//1IVESTIYA YUZ CHERNAYA METALLURGIYA/7/

00/00/1975,V----,N0010, PP 0174-0176

METHOD OF CALCULATING THE POWER OF THE SINTERING-

MACHINE DRIVE

BISI 14117 ‘

ZHAROV, A, A. 000000057280
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0O011, PP 0G08-0014

ABSORPTION OF OXYGEN BY IRON MELTS IN IMPURITY-OX

IDATION PROCESSES
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BISI 14143 [
KOZIN, A, 1. ' 000000054813
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0O011, PP 0019-0021

THE EFFECT OF ATMOSPHERE ON THE SURFACE TENSION

OF LIQUID SLAGS

BIS1 14144 L]

YELANSKIY, G. N, 000000058407
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v---- ,N0011, PP 0049-0053

EFFECT OF THE OXIDE INCLUSIONS PRESENT IN

A BOILING OPEN-HEARTH FURNACE BATH ON THE

QUALITY OF THE METAL

BISI 14145 L

CHUYIKOV, B. I. 000000047376
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0011, PP 0054-0056

HYDRODYNAMICS OF THE BATHS OF ARC STEEL-

MELTING FURNACES EMPLOYING ELECTROMAGNETIC

STIRRING

sBISI 14146 ¥

CHUIKOV, B, T. 000000205987
11T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0011, PP 0054-0056

HYDRODYNAMIC OF THE BATHS OF ARC STEELMAKING

FURNACE EMPLOYING ELECTRO-MAGNETIC STIRRING

BISI 14146 [

SOKOLOY, G. A. 000000058478
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0011, PP 0057-0060

THE PHYSICAL PROPERTIES OF LIME-SILICATE SLAGS

BISI 14147 '

KHLOPONIN, V. N. 000000058414
/4 1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v~--- ,NO011, PP 0080-0083

INVESTIGATION ON SCREENING ROLLED STOCK BEFORE THE

FINISHING GROUP OF A WIDE STRIP MILL

BISI 14148 ]

YORONTSOV, V. K. 000000058391
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0Q11, PP 0084-0088

INVESTIGATION INTO THREE-DIMENSIONAL METAL FLOW

OVER THE WIDTH OF THE STOCK DURING ROLLING

BISI 14149 [

OKHRIMENKD, YA, M, 000000047380
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥---- ,NOO%1, PP 0089-0092

DEVICE FOR STRETCHING SPECIMENS UNDER THE

ACTION OF AN ASSIGNED STRESS

sBIS] 14150 [

OKHRIMENKO, YA, M, 000000058438
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/06/1975,v----,N0011, PP 0089-0092

DEVICE FOR STRETCHING SPECIMENS UNDER THE ACTION

OF AN ASSIGNED STRESS
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BISI 14150 [

KHAIRETDINOY, YE. F.

7/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0OO11, PP 0097-0093

ADHESIVE POWERS OF METALS OF PRESS DIES AND FORCIN
BISI 14152 [

ZALESSKIY, V. 1.

/1JZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,N0O011, PP 0106-0108

MANUFACTURE OF TUBES FROM CAST HOLLOW SEMI-PRO
DUCTS BY DRAWING

BISI 14153 ¥

ZHILIKIN, ¥, Z.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,v¥----,N0O011, PP 0119-0121

TEST EQUIPMENT FOR DETERMINING THE STRENGTHENING
AND WEAKENING OF SINC WITH DIFFERENT TEMPERATURE
RATE DEFORMATION CONDITIONS

BISI 14155 L]

POTAPOV, 1. N. .
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0011, PP 0122-0126
SOME SPECIAL FEATURES OF A HELICAL ROLLING
MILL WITH ONE DRIVEN DISK
BISI 14156 ¥

NECHAYEV, YU, S.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,¥----,N0011, PP 0145-0150

RELAXATION OF DEFECTS IN COMPOSITION ALLOYS
STUDIED BY OPTICAL DILATOMETRY

BISI 14157 #

[TSKOYICH, N. M.

7/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,v---- ,N0011, PP 0170-0177
INTENSIFICATION OF THE OPERATION OF STRAIGHT-
THROUGH ROLLING FURNACES

BISI 14158 ¥

EL'KE, I. N.

111ZVESTIYA VYUZ CHERNAYA METALLURGIYA//
00/00/1975,v----,N0011, PP 0182-0186

OPTIMUM CONTROL OF SUPPLY OF METAL TO SOAKING
PITS

BISI 14159 L4

RYBALKIN, YE. M.

1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,v¥----,N0012, PP 0006-0010

REACTION KINETICS OF AN IRON-CARBON MELT WITH OX
YGEN IN AN IDEAL MIXING RACTOR

BISI 14215 [

VORB'YEV, A. A.

+HIZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1975,V----,N0012, PP 0024-0028

APPROXIMATE METHOD OF CALCULATING CONDITIONS FOR
HOMOGENEOUS FORMATICN OF NUCLEI IN DEOXIDATION
BISI 14216 '

000000059127

000000058397

000000084732

000000058396

000000062481

000000058501

000000062879

000000058477

000000205388
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YEFIMENKO, G. G. 000000058425
11 TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v---- ,N0012, PP 0029-0031

PRODUCTION OF HIGHLY BASIC TRON-ORE PELLETS FOR

STEELMAKING ’

8ISI 14217 [

LISTIN, F, N. 000000058430
//TZVESTIVA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0012, PP 0040-0042

EXPERIMENTAL RESEARCH INTO HEAT AND MASS TRANSFER

DURING THE MELTING OF STEEL IN BUBBLED MOLTEN IRON

CARBON MIXTURES

BISI 14218 '

BIGEYEV, A, M. 000000058480
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0012, PP 0043-0045

OXIDATION OF PIG-IRON IMPURITIES IN THE GAS PHASE

DURING SPRAY REF INING

BISI 14219 ]

UNIGOVSKIY, YA, B, 000000077759
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v---- ,N0012, PP 0051-0053

THE EFFECT OF THE DEGREE OF OXIDATION OF TATANIUM

CONCENTRATE IN ITS REDUCIBILITY BY CARBON

BISI 14220 '

UNIGOVSKII, YA, B. 000000147342
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0012, PP 0051-0053

EFFECT OF THE DEGREE OF OXIDATION OF TITANIUM

CONCENTRATE IN ITS REOUCIBILITY BY CARBON

BISITS ¥

RABINOVICH, A. V. 000000058475
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0O012, PP 0054-0058

INVESTIGATION OF THE INTERACTION MECHANISM OF

NITROGEN WITH SOLID FERRO-CHROME

BISI 14221 '

BARAZ, V. R. . 000000067355
f11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1875,v----,N0012, PP 0102-0105

STRUCTURAL FEATURES AND STRESS RELAXATION IN

AUSTENITIC CHROMIUM-NICKEL STEEL

BISI 14224 '

BOGACHEY, 1. N. 0000000584 34
/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,NO012, PP 0111-0114

INVESTIGATION OF CEMENTITE IN DEFORMED WHITE CAST

IRON

BISI 14225 ¥

KHRAPOY, A. YA. 000000039253
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0012, PP 0115-0117

INVESTIGATION OF OXIDATION KINTICS IN

GRAPHITIZED STEELS.

sBISI 14226 '
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KHRAPOV, A, YA, 000000058447
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v---- ,N0O012, PP 0115-0117

INVESTIGATION OF OXIDATION KINETICS IN GRAPHITZED

STEELS

BISI 14226 [

BOBRQ, YU. G. 000000058429
{11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V----,N0012, PP 0118-0121

DEVELOPMENT OF THE OPTIMUM COMPOSITION FOR STRUC

TURAL ALUMINIUM IRON CONTAINING CRAPHITE IN PLATE

LET FORM

BISI 14227 '

KRYUCHKQV, YE. N. 000000039255
11TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0012, PP 0129-0132

INVESTIGATION OF THE HEAT EXCHANGE IN SURFACE

HEAT EXCHANGE WITH AIR-WATER CODLING.

1BIST 14228 4

KLYUCHNIK, M. N. 000000058426
7H1ZYESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,Y¥---- ,N0012, PP 0132-0136

BEHAYIOUR OF MAGNESIUM PARTICLES IN THE MELT ODUR

ING DESULPHURIZATION OF PIG IRON OUTSIDE THE BLAST

FURNACE

BISI 14112 [}

STANEV, T. S. 000000058454
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥----,N0012, PP 0138-0142

CERTAIN RESULTS OF CLEANING GASES FROM OPEN FERRO

ALLOY FURNACES WITH THE AID OF WET SLOTTED DUST-

COLLECTORS

BISI 14229 ¥

KOROLEY, V. I. 000000084703
//1ZVESTIVA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0012, PP 0153-0163

EFFECT OF THE NUT SHAPE ON LOAD DISTRIBUTION

OVER THE HEIGHT OF THE SCREW PAIR OF THE

SCREKDOWN DEVICE

BIST 14230 [

YOROB'EY, A, A, 000000039267
J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v----,N0012, PP0024-0028

APROXIMATE METHOD OF CALCULATING CONDITIONS

FOR HOMOGENEOUS PORMATION OF NUCLEI IN

DEOXIDATION.

sBISI 14216 ‘

KOKAREV, N. L. 000000057249
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥0010,N----, PP 0150-0153

THE PROPERTIES OF FUEL OILS USED FOR FIRING STEEL
MAKING FURNACES
BISI 14115 ¥

KIRPIKOV, N. L. 000000133200
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥0018,N0O001, PP 0180-0183
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PROBLEM OF THE CONDITIONS OF TROUBLE-FREE
OPERATION OF A ROLLING MILL DURING A CAMPAIGN
COMMUNICATION 11

BLLD 5828.4F:M 25176 L]

ESIN, YU, 0. 000000145290
{11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥0018,N0002, PP 0008-0011

FORMATION ENTHALPY OF LIGUID ALLOYS TO MANGANESE

WITH SILICON

BLLD 5828.4F:M 25165 ]

GASIK, M. I. 000000145291
//1ZVESTIYA VUZ CHERNAVA METALLURGIYA//

00/00/1975,¥0018,N0002, PP 0047-0051

INVESTIGATION OF THE NATURE OF THE PHOSPHORUS IN

CHROME ORES USING SCANNING ELECTRON MICROSCOPY ANO

X-RAY MICRO-SPECTRUM ANALYSIS

BLLD 58.28.4F:M 25166 [J

KLIMENKO, V. M. 000000268009
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0002, PP 0052-0056

SPECIFIC AND FULL PRESSURE DURING VIBRATION

ROLLING

BISI 13344 '

POTAPKIN, V. F. 000000133199
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0002, PP 0064-0065

DISTRIBUTION OF SPECIFIC PRESSURES IN THE HOT

ROLLING OF THICK AND MEDIUM FLAT SECTIONS

BLLD 5828.4F:M 25167 P

ALYUSHIN, YU, A, 000000195643
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0002, PP 0069-0072

INVESTIGATION OF THE STRESS STATE IN PLANE

UPSETTING FROM POINT TRAJECTORIES

BISI:L.STG AS 13346 ¥

PERMYAKOV, V. G. 000000145251
/1TIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0Q02, PP 0087-0089

PHYSICAL AND CHEMICAL CONDITIONS FOR THE

PRECIPITATION OF VANADIUM CARBIDES

BLLD AS 5828.4F:M 25168 '

DUBROYSKIY, 5. A, 000000145282
//TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,¥0018,N0002, PP 0142-0144

EXPERT EVALUATIONS AND EXPERIMENT PLANNING USED FO

OPTIMIZING THE BLAST CONDJTIONS IN OXYGEN--BLOWN

CONVERTERS

BLLD 5818.4F:M 25170 L)

GUBAREV, V. V. 000000145283
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0002, PP 0150-0153

A DIGITAL COMPUTER USED FOR MODELLING THE

DEVELOPMENT OF STOPPAGES OF THE COMPONENTS OF

AUTOMATIC EQUIPMENT IN METALLURGICAL PLANTS

BLLD 5828.4F:M 25171 [
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AVRAANIVM U, S, 000000145284
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v¥0018,N0002, PP 0154-0157

PHYSICAL PRINCIPLES OF AN ENERGY MODEL OF THE

RELIABILITY OF METALLURGICAL AUTOMATION EQUIPMENT

ELEMENTS

BLLD 5828.4F:M 25172 [

AVDEYEV, V. P, 000000174110
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0002, PP 0158-0160

RETROSPECTIVE SIMULATION ON PROBLEMS OF TEACHING

AND ALGORITHM FORMULATION.

BLLD AS 5828.4F:M 25173 [

IVANCHENKO, F. K. 000000145285
7/ 1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0002, PP 0165-0168

CERTAIN PROBLEMS IN THE DYNAMICS OF METALLURGICAL

MACHINES WITH VARYING MASSES

BLLD 5818.4F:M 25174 ’

ZAITSEV, KH, P, 000000145286
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,V0018,N0002, PP 0178-0179

ECONOMIC INDICES OF THE USE OF METALLIZED PELLETS

IN OXYGEN--CONVERTER STEEL PRODUCTION

BLLD 5828.4F:M 25175 ’

ELANSKIY, G. N, 000000145300
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/0071975,v0018,N0003, PP 0071-0075

INVESTIGATION OF THE INFLUENCE OF NICKEL ON THE

DENSITY AND STRUCTURE OF IRON MELTS

BISI 13444 !

OGORODNIKOV, V. A. 000000268197
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0003, PP 0074-0077

DEFORMABILITY OF THE METAL DURING PRESSURE

WORKING

BISI 14473 '

OGORODNIKOY, V. A. 000000268160
//1ZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0003, PP 0074-0077

DEFORMABILITY OF THE METAL DURING PRESSURE HWORKING

BISI 14473 ¥

CHERNYSHEY, V. V. N, 000000196892
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0O003, PP 0120-0123

PROCEDURE FOR HIGH-TEMPERATURE PLASTOMETRIC

TESTING IN YACUUM

BISI:L.STG 4.00 AS 13449 [

BUNIN, K, P. 000000145235
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

©0/00/1975,¥0018,N0003, PP 0145-0148

CHEMICAL MICROHETERGGENEITY OF EUTECTIC

CEMENTITE

BISI 13453 ¥

YELYUTIN, V. P, 000000236188
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TITZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,V0018,N0007, PP 0064-0066
FLOW FEATURES OF THE REACTIONS IN AN IMPULSE
PRODUCED LOW TEMPERATURE PLASMA
BISI 13848 4

CHELYSHEV, N. A, 000000268206
/1 1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v¥0018,N0008, PP 0108-0110

USE OF A SILICATE MELT FOR FINE GAUGE SHEET

ROLLING

BISI 13906 ]

KUCHERYAYEV, B. V. 000000268262
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0003, PP 0070-0073

INVESTIGATION OF THE PLASTIC FLOW OF A MATERIAL

IN THE DEFORMATION ZONE OURING ROLLING

BISI 14024 ¥

GREBENIK, V. M. 000000268200
/1T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0009, PP 0106-0108

ANALYTICAL INVESTIGATION OF IMPACT LOADING ON THE

CENTERING DEVICE OF CROSS HELICAL ROLLING MILLS

BISI 14029

POTAPOV, I. N, 000000268201
711ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0009, PP 0118-0122

INTERACTION OF METAL AND DRIVEN DISC IN REELING

MILLS

BISI 14031 L

BELOKURQY, S. M. 000000268348
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0010, PP 0056-006C

THE ALLOYING OF STEEL WITH NIOBIUM (PART 1

BISI 14105 ¥

LEVCHENKO, V. P. 000000266862
711ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V0018,N0010, PP 0116-0119

INFLUENCE OF MICROALLOYING WITH HYDRIDE FORMING

ELEMENTS ON HAT LINE CRACK SENSITIVITY OF

34KHN3M STEEL

BISI 14110 [

YELANSKIY, G, N. 000000227958
J71ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0011, PP 0049-0053

EFFECT OF THE OXIDE INCLUSIONS PRESENT IN A

BOILING OPEN HEARTH FURNACE BATH ON THE

QUALITY OF THE METAL

BISI 14145 ’

VORONTSOY, V. K. 000000268207
fJ1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0011, PP 0084-0086

INVESTIGATION INTO THREE-DIMENSIONAL METAL FLOW

OVER THE WIDTH OF THE STOCK DURING ROLLING

BISI 14149 ¥

KUCHERYAYEV, B. V. 000000277736
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TTTIVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1975,V0018,N0011, PP 0093-009%
CALCULATION OF THE KINEMATIC PARAMETERS QF THO
LAYER FLOK PROCESS
BISI 14151 '

ZALESSKIY, V. 1. 000000268203
/HTZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0011, PP 0106-0108

MANUFACTURE OF TUBES FROM CAST HOLLOW SEMI

PRODUCTS BY DRAWING

BISI 14153 #

POTAPOQV, 1. N, 000000268204
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,V0018,N0011, PP 0122-0126

SOME SPECIAL FEATURES OF A HELICAL ROLLING MItL

WITH ONE DRIVEN DISK

BISI 14156 [J

ELKE, I. N, 000000300107
/1 1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1975,¥0018,N0011, PP 0182-0186

OPTIMUM CONTROL OF SUPPLY OF METAL TO SOAKING PITS

BISI 14159 ]

BARAZ, ¥. R, 000000268242
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1975,v0018,N0012, PP 0102-0105

STRUCTURAL FEATURES AND STRESS RELAXATION IN

AUSTENITIC CHROMIUM NICKEL STEEL

BISI 14224 ¥

BESPALOV, N. S. 000000062914
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,N---~-, PP 0148-0151

INVESTIGATION OF CAST-IRON CRYSTALLIZATION

BY A DECANTATION METHOD

BISI 14373 *

ZHOKOY, A, A, 000000085674
/11IVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N----, PP 0162-0166

DENDRITIC HETEROGENEITY IN THE STRUCTURE OF CAST
STEEL AFTER NORMALIZING
1BISI 14912 [

ZAMARAEY, V. N. 000000247880
//1IVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NOOO1, PP 0008-0011

VISCOSITIES OF MOLTEN IRON ALLOYED WITH GERMANIUM

BISI 15619; ASELT 964/77 ¥

0STRIK, P. N. 000000058484
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0001, PP 0014-0017

KINETIC FEATURES OF THE CARBURIZATION OF AN IRON

CATALYST IN A STREAM OF CARBON MONOXIDE

BISI 14311 '

KAZACHKOV, YE. A. 000000058486
1+1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0O001, PP 0018-0022

DYNAMIC CALORIMETRY USED FOR INVESTIGATING THE

APPROVED FOR RELEASE: 2005/08/10 CIA-RDP91-00403R000201250012-4



APPROVED FOR RELEASE: 2005/08/10 CIA-RDP91-00403R000201250012-4

THERMAL AND PHYSICAL PROPERTIES OF STEELS AT
HIGH TEMPERATURES
BISI 14312 4

ZHITNIKOY, 0. D. 000000058472
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---~,NO001, PP Q023-0027

EFFECTIVENESS OF USING FUEL IN SINTERING PRACTICE

BISI 14313 [

BRATCHIKOV, S. G. 000000058450
F11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v¥----,N0001, PP 0032-0035

THERMO-PHYSICAL CHARACTERISTICS OF IRON-ORE

PELLETS

BISI 14314 ]

GORELOV, V. F. 000000061239
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0001, PP 0050-0054

INVESTIGATION INTO THE INSTABILITY OF A BASIC

OXYGEN CONVERTER BATH HITH THE USE OF THE

FLAME PARAMETERS

BISI 14315 ¥

KITAYEY, E. M. 000000058444
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0O001, PP 0058-0064

SOLIDIFICATION TIMES OF CASTING AND INGOTS AS

FUNCTIONS OF THE EXCESS MELT HEAT

BISI 14316 "

KOCHETQY, A, 1. 000000058473
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,NQ001, PP 0065-0071

DEOXIDIZING CAPACITY OF CARBON IN VACUUM

BISI 14317 4

YORONTSOV, V. K, 000000058493
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0O001, PP 0073-0084

EXPERIMENTAL MECHNAICS METHODS OF FORMULATING

AND SOLVING THE THREE-DIMENSIONAL PROBLEMS OF

PLASTIC FLOW

BISI 14318 ¥

SKOROKHODOY, N. YE. 000000058491
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0O0OQ1, PP 0091-0093

STRESSES IN TRAILING END OF STRIP COID ROLLING

BISI 14319

_OKHRIMENKO, YA, M. 000000205989
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N00G1, PP 0096-0099

DETERMINING THE AVERAGE PUNCH TEMPERATURE IN THE

QUASI-STATIONARY STAGE WHEN PRESSING YANES FROM

ALLOYS RESISTANT T0 HIGH-TEMPERATURE CXIDATION

BISI 14320 ¥

CHELYUSTKIN, A. B. 000000058460
//T1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,Y----,NOOG1, PP 0100-0105

TEMPERATURE VARIATION QF HOT-ROLLED STRIP IN
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CONDITIONS OF FORCED INTERSTAND COOLING
BISI 14321 '

BURTSEV, A. I.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V~----,NO001, PP 0106-011Q
ELASTO-PLASTIC STRESSES IN THE RADIANT HEATING
OF A CYLINDER
BISI 14322 []

GETIYA, 1. G.

/4 1IVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,NOQO1, PP 0111-0116

ANALYSIS OF THE EFFECT OF THE SUPPORTING TOOL ON
THE PROCESS PARAMETERS OF CRQSS-ROLLING

BISI 14323 ‘

GETIYA, I. G.

{11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0001, PP 0111-0116

ANALYSIS OF THE EFFECT OF THE SUPPORTING TOOL ON
THE PROCESS PARAMETERS OF CROSS-ROLL ING

BISI 14323 »

GETIYA, I. G.

J1TIVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,Y----,NQ001, PP 0111-0116

ANALYSIS OF THE EFFECT OF THE SUPPORTING TOOL ON
THE PROCESS PARAMETERS OF CROSS-ROLLING

BISI 14323 [

ZAITSEY, S. 1.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V---- ,N0O0O1, PP 0117-0120
INVESTIGATION OF THE EFFECT OF THE INTERMEDIATE
PROCESSING CAPACITIES ON THE PRODUCTIVITY OF A
SHEET ROLLING SHOP
BISI 14324 '

STARK, YU. S.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0001, PP 0127-0130

STUDY OF THE EFFECTS OF SUBSITITUTION ELEMENTS

ON THE MECHANICAL PROPERTIES OF DILUTE SOLID
SOLUTIONS BASED ON NIOBIUM AND COPPER.

sBISI 14325 ¥

STARK, YU. S.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0001, PP 0127-0130

STUDY OF THE EFFECTS OF SUBSTITUTION ELEMENTS
ON THE MECHANICAL PROPERTIES OF DILUTE SOLID
SOLUTIONS BASED ON NIOBIUM AND COPPER
BISI 14325 L]

MEZHENNYI, YU, O.

/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0001, PP 0145-0150
INVESTIGATION INTO THE CAUSES OF STRATIFICATION
OF TSM-2A ALLOY SHEETS
BISI 14326 ¥

LEONOVA, YE. A,
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

000000062859

000000205930

000000205935

(00000205942

000000062871

000000053469

000000084725

000000062917

000000061220
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00/00/1976,V----,N0001, PP 0161-0166

THE THERMAL STRESSES IN A CYLINOER WITH VARYING
THERMOELASTIC CHARACTERISTICS

BISI 14327 '

LEONOVA, YE. A,

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,NOQ01, PP 0161-0166

THE THERMAL STRESSES IN A CYLINDER WITH VARYING
THERMOELASTIC CHARACTERISTICS

BISI 14327 ’

MOSTOV], A. B.

{11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,v¥----,NO001, PP 0167-0170

X-RADIATION USED IN INVESTIGATION THE KINETICS

OF THE SOLIDIFICATION OF ALLOYS,

tBISI 14328 '

BESALOV, N. S.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,v---~,N0001, PP 0171-0173

QUESTION OF THE POSSIBILITIES OF THE DECANTATION
METHODS

BISI 14329 ¥

KOMAROV, 0. S.

111ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,NO0OO1, PP 0174-0177

CALCULATING THE DEPTH OF THE LEDEBURITE LAYER IN
GREY CAST IRON CASTING

BISI 14330 [

ZAYGORODNIY, P, F.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0001, PP 0178-0182

CALCULATING HEAT CONVECTION IN SOLIDIFYING

MOLTEN METAL.

sBISI 14331 '

ZAVGORODNIY, P. F.

/1T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,vY----,NO001, PP 0178-0182

CALCULATING HEAT CONVECTION IN SOLIDIFYING

MOLTEN METAL

BISI 1433% ¥

NEMCHENKO, Y. P.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥---- ,NO002, PP 0034-0038

DIFFUSION CHARACTERISTICS OF THE ADSORPTION

AND DESORPTION OF MELT COMPONENTS IN AND

FROM THE SURFACE OF SURFACING BUBBLES

BISI 14539 '

KASHIRSKIY, V. G.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,v----,N0002, PP 0049-0052
DETERMINATION OF THE REQUCTION TIME OF IRON ORE
WITH NATURAL-GAS-REFORMING PRODUCTS
BISI 14360 [

KASHIRSKIY, V. G.
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

000000205991

000000053472

000000058463

000000058446

000000053475

000000084726

000000062912

000000062886

000000033728
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00/00/1976,V----,N0O002, PP 0043-0052
DETERMINATION OF THE REDUCTION TIME OF {RON ORE
WITH NATURAL-GAS-REFORMING PRODUCTS

BISI 143560 []

ABZALOV, YU, M, 000000105778
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v---- ,NO002, PP 0053-0056

CALCULATION OF THE THERMAL CONDUCTIVITY OF BED OF

LUMP MATERIAL WITHOUT GAS PASSING THROUGH [T

BISI 14361 ]

BOGDANOY, S. N. 000000067369
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0002, PP 0061-0063

INVESTIGATION OF THE DIFFUSION OF NITROGEN IN

MOLTEN IRON

BISI 14362 ]

SEDUSH, V. YA, 000000084698
//IZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N0002, PP 0087-0091

DEFORMABILITY OF THE HOT METAL AND THE MARKING

FORCE DURING MARKING

BISI 14364 [

KOLMOGOROW, G. L. 000000084699
/F1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V~----,N0002, PP 0092-0095

BLASTIC TOOL DEFORMATION ALLOWANCE FOR DRAWING

IN THE HYDRODYNAMIC FRICTION

BISI 14365 ]

SAPRYGIN, KH. M. 000000067352
[/IZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0002, PP 009B-0101

INVESTIGATION OF THE ROLL PRESSURE AND TORGUES

DURING THE ROLLING OF WEOGE-SHAPE SECTIONS

BISI 14366 ¥

KOLMOGOROV, V. L. 000000084705
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0002, PP 0102-0106

CALCULATION OF THE STRENGTH OF THE JOIN DURING

THE COMBINED DEFORMATION OF SIMILAR METAL

BISI 14367 #

BUNIN, K. P, 000000230364
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0002, PP 0106-0109

RESEARCH INTO

BISI 15841 ¥

VOROB'EV, G. M. 000000067372
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0002, PP 0111-0113

EVALUATING THE MOTIVE FORCE OF SECONDARY

RECRYSTALLIZATION IN SILICON IRON

BISI 14369 ‘

LEV, I. YE. 000000062616
J/TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0O002, PP 0137-0133

MICRO-DISTRIBUTION OF SILICON AND COPPER IN ALLOY
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COORDINATES OF THE INVARIANT POINT OF THE SYSTEM

SI1-C-SIC-S102-S10-C0 10 PP

THE BRITISH LIBRARY BLLD M 25480 ¥

NOVIKOY, V. K. 000000058764
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,NO006, PP 0018-0020

RAISING THE STATE OF OXIDATION OF METAL UNDER

THE ACTION OF AN ELECTRIC CURRENT,

BISI 14788 ’

PYZHOV, V. G. 000000058544
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0006, PP 0024-0027

FACTORS INFLUENCING THE CARBOM CONTENT OF

FOUNDRY PI1G IRON.

BISI 14789 ’

YEFIMENKO, G, G. 000000058761
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,NO006, PP 0028-0030

THERMOGRAPHIC IVESTIGATION OF THE REDUCTION

PROCESSES OF IRON FROM OXIDES DURING THE

FIRING OF ORE-CARBON MIXTURES. .

BISI 14790 ¥

KLEIN, A, L. 000000058733
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0006, PP 0053-0056

VARIATION IN TECHNQLOGICAL INDICES OF STEEL
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MELTING IN 250 TONNE CONVERTERS AS S FUNCTION
OF THE PHOSPHORUS CONTENT IN THE HOT METAL.
BIST 14791 '

POVOLOTSKIY, D. YA, 000000058751
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N000&, PP 0061-0065

REDISTRIBUTION OF INCLUSION SUSPENDED IN A

MELT WITH DIERCTIONAL IRON CRYSTAL GROWTH.

BISI 14792 ’

SHIRYAYEV, V. I. 000000058701
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,NOOO6, PP 0072-0074

INVESTIGATION OF THE DEFORMATION OF GROOYED

ROLLING MILL ROLLS.

BISI 14733 L]

STARCHENKD, D. 1. 000000058754
{/1ZVESTIVA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0006, PP 0078-0080

EFFECT OF DEGREE OF DEFORMATION AND THE

INDUSTRIAL LUBRICANT OF PRESSES IN THE COLD

ROLLING OF STEEL.

BISI 14794 ¥

SHVEIKIN, V. V. 000000080393
11TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0006, PP 0081-0085

INVESTIGATION OF THIN-HALL TUBE ROLLING WITH A

SHORT TRAVELLING MANDREL ON A THREE-ROLL MILL

#BISI 14795 ’

SERSBRYAKOV, A. V. 000000058702
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0006, PP 0089-0093

FORCES ON THE ROLLS WHEN REELING TUBES

AFTER DRAWING ON A FLOATING MANDREL.

BISI 147% [

GRISHCHENKD, N. A. 000000062480
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NO006, PP 0094-0098

INVESTIGATION OF LEAD AS A MATERIAL,

SIMULATING THE PROCESSES OF HQT PLASTIC

HORK ING

BISI 14797 ]

KHOMENKO, 0. A. 0000000803%
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00700/1976,V----,N0006, PP 0099-0101

THE FORMATION OF ELINVAR PROPERTIES IN

FE-MN ALLOYS

$BISI 14798 [

APAYEV, B. A. 000000084744
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,NOOO6, PP 0102-0105

CHANGE IN COERCIVE FORCE AND SATURATION

MAGNETIZATION IN N1 8K9MST DURING

TRANSF ORMATION

BISI 14799 "

SLOBODINSKII, I. N 000000084766
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/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0006, PP 0112-0114

PREDICTION OF THE WEAR RESISTANCE OF CHROMIUM
CAST IRON AS A FUNCTION OF COMPOSITION,

STRUCTURE
BISI 14800 ]

MOZHAROV, M, V., 000000058555
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- N0OOO6, PP 0113-0122

INFLUENCE OF ANTIMONY, BISMUTH, TIN, AND LEAD ON

THE MICRISTRUCTURE AND MECHANICAL PROPERTIES OF

HIGH STRENGHT, SPHERGIDAL GRAPHITE CAST IRON.

BISI 14801 ’

MOZHAREY, M. V. 000000117657
J/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V--~- ,NO006, PP 0113-0122

INFLUENCE OF ANTIMONY, BISMUTH, TIN AND LEAD

ON THE MICROSTRUCTURE AND MECHANICAL PROPERTIES

OF HIGH STRENGTH IRON SPEROIDAL GRAPHITE CAST

BISITS 14807 ]

CHECHULIN, V. A, 000000117620
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O006, PP 0123-0126

STUDY OF THE DRYING MECHANISM OF AQUEOUS ANTI

STICKING COATINGS 10 PP

THE BRITISH LIBRARY BLLD M25482 '

SUL'DINA, G. F. 000000117656
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,Y----,N0006, PP 0127-0129

PROPERTIES OF COMPONENTS FROM HIGH STRENGTH

CAST TRON AND RECLAIMED BY CONTACT ELECTRICAL

CLADDING

BISITS 14802 []

KHRAPOV, A. YA. 000000117668
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O0O06, PP 0130-0132

ASSESSMENT 0F THE PROPERTIES OF GRAPHITIZED STEELS

AT RAISED TEMPERATURES

BISITS 14803 ’

KRECHMAN, A, F . 000000058738
771ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V---~,NO006, PP 0133-0136

EFFECTS OF YTTRIUM ON THE ANNEALING OF

MALLEABLE CAST IRON.

BISI 14804 '

GLINKOV, G. N. 000000058765
771ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0006, PP 0141-0144

INVESTIGATION ON A MATHEMATICAL MODEL OF SCRAP

MELTING ON A CONTINUOUSLY OPERATING STEELMAKING

UNIT.

BISI 14805 '

GYUL IKHANDANOQV, YE, L. 000000058709
7/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0006, PP 0145-0147

EQUILIBRIUM DIAGRAM FOR CONTROLLED NATURAL
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GAS ATMOSPHERES AND CARBON STEELS.
BISI 14806 '

YERESKOVSKIY, 0. S. 000000058565
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0006, PP 0156-0160

OPTIMAL CONTROL OF THE HOT-BLAST STOVE PLANT

OF A BLAST FURENCE.

BISI 14807 [

GRINSHTEIN, N. SH. 000000072782
f1TIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,NOOQk, PP 0161-0163

MONITORING CHANGES IN THE COURSE OF REDUCTION AND

HEAT EXCHANGES PROCESSES IN THE BLAST FURNACE

BISI 15299 '

SAKUN, A, F, 000000084763
/1 TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0O006, PP 0164-0168

ASSESSMENT UNIT FOR THE STATE OF AN OPEN HEARTH

FURNACE HEAT AND SELECTION OF CONTROL ACTIONS

BISI 14808 ¥

KRAL'NER, V. D. 000000123051
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0006, PP 0178-0185

THEORETICAL FUNDAMENTAL OF ANALYSIS AND

INSPECTION IN METALLURGY

BISI 14809 '

FILIPPOY, S. 1. 000000058557
/112VESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---~-,N0007, PP 0005-0007

NATURE OF THE ACTIVITY OF FERROUS OXIOE IN

FE-CAO-SIO MELTS.

BISI 14894 [J

FILIPPOV, S. I. 000000065384
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP Q005-0007

NATURE OF THE ACTIVITY OF FERROUS OXIDE IN

FE-CAD-SI0 MELTS

BISI 14894 ¥

FILLIPPOV, S. I. 000000205943
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0007, PP 0005-0007

NATURE OF THE ACTIVITY OF FERROUS OXIDE IN

FEP-CA0-S10 MELTS

*BISI 14894 [

FILLIPPOV, S. 1. 000000205936
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0007, PP 0005-0007

NATURE OF THE ACTIVITY OF FERROUS OXIDE IN

FEP-CAD-S10 MELTS

sBISI 14894 ]

SILMAN, 6. 1. 000000058577
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA!/

00/00/1976, ¥---- ,N0007, PP 0008-0013

GUESTION OD SELECTION OF STANDARD STATE FOR

THE COMPONENTS OF A POLYPHASE SYSTEM
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BISI 148% ' [

SILMAN, G. 1. 000000205957
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0007, PP 0008-0013

QUESTION OF SELECTION OF STANDARD STATE FOR THE

COMPONENTS OF A POLYPHASE SYSTEM

*BIS1 14895 ]

KARABASOV, YU. S. 000000058715
/1 TZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NOQ07, PP 0017-0019

RULES GOVERNING COMBUSTION OF COKE-FINES

PARTICLES OF DIFFERENT SIZE.

BISI 148% ¥

KARABASQY, YU. S. 000000205937
/11ZVESTIYA VYUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP 0017-0019

RULES GOVERNING COMBUSTION OF COKE-FINES PARTICLES

OF DIFFERENT SIZE

sBISI 148% [

KARABASOY, YU, S. 000000205944
+11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v¥----,N0007, PP 0017-0019

RULES GOVERNING COMBUSTION OF COKE-FINES PARTICLES

OF DIFFERENT SIZE

sBISI 148% ]

YEFFIMENKO, G. G. 000000058564
{11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N00Q7, PP 0023-0027

INFLUENCE OF SIZE GRADING OF DIFFERENT

FORMS OF FUEL ON SINTER STRENGHT.

BISI 14897 [

YEFIMENKG, G. G. 000000205945
J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥--~-,N0007, PP 0023-0027

INFLUENCE OF SIZE GRADING OF OIFFERENT FORMS OF

FUEL ON SINTER STRENGTH

tBIS] 14897 ]

YEFIMENKOD, 6. 6. 000000205938
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0007, PP 0023-0027

INFLUENCE OF SIZE GRADING OF DIFFERENT FORMS OF

FUEL ON SINTER STRENGTH

sBISI 14897 ¥

KOTOV, V. I. 000000058567
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0007, PP 0033-0035

SULPHUR ABSORPTION BY COMPONENTS OF IRONS-ORE

MATERIALS IN THE BLAST-FURANCE STACK.

BISI 14898 ]

KOTOV, V. I. 000000205939
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,NO007, PP 0033-0035

SULPHUR ABSORPTION BY COMPONENTS OF IRON-ORE

MATERIALS IN THE BLAST-FURNACE STACK

*BISI 14898 ‘
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KOTOV, V. I. 000000205346
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP 0033-0035

SULPHUR ABSORPTION BY COMPONENTS OF IRON-ORE

MATERIALS IN THE BLAST-FURNACE STACK

*BISI 14898 ’

YAVOISKIY, V. I. 000000058558
/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP 0036-0041

REACTION BETHEEN AN IRON-CARBON MELT DROPLET

AND A PULSATING OXIDIZING GAS STREAM.

BISI 14899 ’

KOMINOV, S. V. . 000000058556
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0007, PP 0045-0050

INTERRELATION OF THE CONVERTER BATH PARAMETERS

AT THE END OF THE BLOMW,

BISI 14900 [

KOMINOY, S. V. 000000205947
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0007, PP 0045-0050

INTERRELATION OF THE CONVERTER BATH PARAMETERS AT

THE END OF THE BLOW

1BISI 14900 [}

KOMINGV, S. V. 000000205340
J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,Y~---,NO007, PP 0045-0050

INTERRELATION OF THE CONVERTER BATH PARAMETERS AT

THE END OF THE BLOW

tBISI 14900 '

PANIOTOY, YU, S, 000000065459
J/TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP 0051-0054

THE STABILITY OF THE CONTINUOUS REFINING OF METAL

IN FLOW-TYPE FACTORS

BISI 14901 [

PANIOTOV, YU. S. 000000205948
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0007, PP 0051-0054

THE STABILITY QF THE CONTINUOUS REFINING OF

METAL IN FLOW-TYPE REACTIONS

sBISI 143901 ¥

LyusOv, B. YA, 000000087003
711ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0O007, PP 0063-0066

RELATIONSHIP BETWEEN THE SOLIDIFICATION FRONT

PRINCIPLE AND THE VARIABLE SOLIDIFICATION

TEMPERATURE .

BISI 14902 []

LYusoy, B. YA, 000000205955
/F1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0007, PP 0063-0066

RELATIONSHIP BETHEEN THE SOLIOIFICATION FRONT

PRINCIPLE AND THE TIME VARIABLE SOLIDIFICATION

TEMPERATURE

sBIS] 14902 L
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BELYANCHIKOV, L. N.

J11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0007, PP 0067-0071
TEMPERATURE OF THE METAL DURING VACUUM ARC
REMELTING
BISI 14303 ¥

KOLIKOV, A. P,

{11IVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0007, PP 0080-0083

WORKABILITY OF REFRACTORY METALS IN HELICAL
ROLLING IN DIFFERENT ATMOSPHERES

BISI 14904 '

KOLIKOY, A, P,

/1TIVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v--~-,N0007, PP 0080-0083

WORKABILITY OF REFRACTORY METALS IN HELICAL
ROLLING IN DIFFERENT ATMOSPHERES

BISITS '

GOTLIB, B. M.

7/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V---- ,NOOO7, PP 0084-0087
DETERMINATION OF THE PROBABILITY OF METAL FRACTURE
DURING HOT EXTRUSION

BISI 14305 ¥

GRIGIRYAN, G. G.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0007, PP 0088-0092

ESTIMATE OF DEFORMATION SCHEEM IN ANALYSING

SHAPE FORMATION DURING SHEET ROLLING.

BISI 14906 [

SELEZNEY, V. V.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0007, PP 0101-0106

FORCE CONDITIONS DURING THE HOT ROLLING OF
STAINLESS STEEL INGOTS PRODUCED BY VARIOUS
METHODS OF MELTING
BISI 14907 ¥

SALGANIK, V. M.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
0Q/00/1976,V----,N0007, PP 0116-0120

CALCULATION OF LOADS AND DEFLECTIONS CF A
FOUR-HIGH ROLL SYSTEM HWITH SHOULDERS ON THE

HORK ROLLS. COMMUNICATION 1.

BISI 14908 ’

SALGANIK, ¥, M.,

J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥~----,N0007, PP 0116-0120

CALCULATION OF LAADS AND DEFLECTION OF A
FORE-HIGH ROLL SYSTEM WITH SHOULDERS ON THE

HORK ROLLS

BISI 14308 L)

FILIPPOY, E. S.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v----,N0007, PP 0121-0128

CAUSE OF PHASE TRANSITIONS ON THE BASIS OF AN

000000085735

000000062477

000000147327

000000093207

000000058552

000000077255

000000065371

00000C205959

000000065437

INVESTIGATION OF ELECTRON-IONIC INTERACTION
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BISI 14909 [

AVRAAMOY, YU. S. 000000117611
11TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,NOQO7, PP 0132-0134

STUDY OF THE STRUCTURE AND SUPERCONDUCTING PROP

ERTIES OF COMPOUNDS 8 PP

THE BRITISH LIBRARY 5828.4F [

SOLNTSEY, L. A. 000000058727
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,NOO07, PP 0145-0147

INITIAL STRUCTURE AND I1SOTHERMAL-DECOMPOSITION

DIAGRAM AUSTENITE IN MAGNESIUM CAST IRON.

BISI 14910 [

MOZZHUKHIN, YE. 1. 000000058725
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/13976,¥----,NQ007, PP 0148-0151

REACTION OF DISPERSED HIGH-MELTING COMPOUNDS

HITH SOLIDS METALS.

BISI 14911 '

ZHUKOY, A, A, 000000072768
/1 TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N0O07, PP 0162-016b

DENORITIC HETEROGENITY IN THE STRUCTURE OF CAST

STEEL AFTER NORMALIZING

BISI 14912 ’

IVANOY, I, T, 000000085675
71TIVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP 0174-0178

USE OF AN EXPONENTIAL MODEL OF THE ABSORPTION BAND

OF RADIATING GASES IN THE ANALYSIS OF RADIANT

HEAT EXCHANGE IN HEAT FURNACES

sBISI 14913 ’

IVANOY, 1. T, 000000093133
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O007, PP 0174-0178

USE OF AN EXPONENTIAL MODEL OF THE ABSORPTION

BAND OF RADIATING GASES IN THE ANALYSIS OF RADIANT

HEAT EXCHANGE IN HEAT FURNACE

BISI 14913 [

SHEVTSOV,YE. YE. 000000065366
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0007, PP 0179-0181

QUANTITATIVE ASSESSMENT OF THE BOILING INTENSITY

OF A STEELMAKING BATH

BISI 14914 '

SHEYTSOV, E. E. 000000085676
/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0007, PP 0179-0181

QUANTITATIVE ASSESMENT OF THE BOILING INTENSITY

OF A STEELMAKING BATH

#BISI 14914 [

SHCHEDROVITSKII, V. YA, 000000065438
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0008, PP 0005-0008

ENTHALPY OF MIXING OF ALLOYS OF THE YTTRIUM-
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SILICON SYSTEM
BISI 15002 '

BORODIN, A. N. ) 000000065389
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0OO08, PP 0014-0018

STUDY OF THE APPEARANCE AND DESTRUCTION OF A GAS

BUBBLE ON A MELT SURFACE

BISI 15003 #

PYZHOV, V. G. 000000093211
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0008, PP 0019-0022

FACTORS INFLUENCING THE CARBON CONTENT IN FOUNDRY

PIG IRON. COMMUNICATION 2

BISI 15004 [

SHAKIROV, K. M. 000000065409
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0008, PP 0021-0031

CERTAIN PREREQUISITES REGARDING THEORETICAL

EVALUATION OF THE OPTIMUM NUMBER OF NOZZLES

IN OXYGEN LANCING

BISI 15005 ’

BELOKUROV, S. M. 000000065400
/1 TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NO00B, PP 0044-0047

ALLOYING OF STEEL WITH NIOBIUM. PART 2.

BISI 15006 "

GUN, G. YA. 000000195489
11TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,NOODB, PP 0048-0050

MATHEMATICAL SIMULATION OF AXISYMMETRICAL

STEADY-STATE PROCESSES OF METAL TREATMENT BY

PRESSURE, COMMUNICATION 3

BISI 15007 '

GUN, YA. G. 000000199457
/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NOOOB, PP 0048-0050

MATHEMATICAL SIMULATION OF AXISYMMETRICAL STATE

PROCESS OF METAL TREATMENT BY PRESSURE.

COMMUNICATION 3

BISI 15007 [

KOLMOGOROY, V. L. 000000065436
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,Y----,N0G08, PP 0055-0059

STATISTICAL DESCRIPTION OF INGOT DUCTILITY

BISI 15008 ¥

SINELNIKOV, YU. I, 000000058722
J/TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O008, PP 0060-0064

BASIC THEORES OF THE STATIC MOMENTS OF THE

DEFORMATION ZONE PARAMETERS DURING

LONGITUSINAL ROLLING IN PASSES.

BISI 15009 [

SHILOV, V. A. 000000065443
/11ZYESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N00Q8, PP 0065-0070
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CHRISTYAKDV, V. V. 000000065212
f11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N0010, PP 0141-0144

CALCULATING THE WIDTH OF THE FLOW ZONE

IN THE CASTING OF LARGE THIN-WALLED COMPONENTS

sBISI 15289 L

CHISTYAKOV, V. V. 000000067256
/11ZVESTIVYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0010, PP 0141-0144

CALCULATING THE WIDTH OF THE FLOW ZONE IN

THE CASTING OF LARGE THIN-WALLED COMPONENTS

BISI 15289 ¥

ASATURYAN, A, SH, 000000205983
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NOO10, PP 0148-0151

NON-ISOTHERMAL MOVEMENT OF MOLTEN METAL ALONG

OPEN CHANNELS

BISI 15390 ’

DENISOV, YU, V. 000000065219
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0010, PP 0156-0159

TEMPERATURE STRESSES IN MILL ROLLS

sBISI 15291 ]

DENISOV, YU, V. 000000072718
//TIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0010, PP 0156-0159

TEMPERATURE STRESS IN MILL ROLLS

BISI 15291 4

POSTOL'NIK, YU, S. 000000071956
JJ1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
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00/00/1976,¥----,N0010, PP 0163-0166
THERMALLY-STRESSED STATE OF A PLATE DURING
CONVECTIVE HEATING WITH A NON-STATIONARY HEAT
EXCHANGE COEFFICIENT

BISI 15292 ¥

KRIVOLAPQVA, L. I, 000000072730
//1IVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0010, PP 0171-0175

RELATIONSHIPS BETWEEN STATE INDICES

AND OUTPUTS OF THE BLAST-FURNACE PROCESS

BISI 15293 [

PETROV, YU, V. 000000072805
J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,N0010, PP 0176-0178

PRESSURE OF STRIP ON ROLLERS ODURING STRAIGHTENING

BY DRAWING

BISI 15294 L

FEDEROY, M. I. 000000072719
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V¥----,N0010, PP 0179-0181

ELASTIC-PLASTIC BENDING OF H-BEAMS DURING

STRAIGHTENING ON ROLLER STRAIGHTENING

BISI 15295 [

SAUCHENKO, T. K. 000000065224
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥~---,N0010, PP 0182-0184

OPTIMUM CONDITIONS FOR MELTING STAINLESS STEEL

SELECTED BY DYNAMIC PROGRAMMING

*sBISI 15296 '

SAVCHENKO, T, K, 000000073213
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v¥----,NO010, PP 0183-0184

OPTIMUM CONDITIONS FOR MELTING STAINLESS STEEL

SELECTED BY DYNAMIC PROGRAMMING

BISI 152% *

SAVCHENKD, T. K. 000000129414
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N0010, PP 0183-0184

OPTIMUM CONDITONS FOR MELTING STAINLESS STEEL

SELECTED BY DYNAMIC PROGRAMMING

BISI 15296 [J

SAVCHENKO, T. K. 000000129923
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,NO010, PP 0183-0184

OPTIMUM CONDITONS FOR MELTING STAINLESS STEEL

SELECTED BY DYNAMIC PROGRAMMING

BISI 1529 ¥

KULTYGINA, L. N. 000000073223
/71ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0011, PP (0005-0009

NITROGEN ALLOYING AND DENITRATION OF A COMPLEX

COMPOSITION METAL BATH

BISI 15404 ‘

KULTYGINA, L. N. 000000075357
//IZVESTIYA VUZ CHERNAYA METALLURGIYA//
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00/00/1976,V----,N0011, PP 0005-0009

NITROGEN ALLOYING AND DENITRATION OF A COMPLEX
COMPOSITION METAL BATH

BISI 15404 '

VARENKOV, A. N, 000000073211
{/TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,NOO11, PP 0010-0014

INVESTIGATION OF THE EFFECT OF GASEQUS MEDIA ON

CARBON-GRAPHITE FIBRES AT HIGH TEMPERATURES

BISI 15405 '

YARENKOY, A, N. 000000141231
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0011, PP 0010-0014

INVESTIGATION OF THE EFFECT OF GASEQUS MEDIA ON

CARBON-GRAPHITE FIBRES AT HIGH TEMPERATURES

BISI 15405 '

VARENKOV, A. N, 000000205356
f11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0011, PP 0010-0014
INVESTIGATION OF THE EFFECT OF GASEOUS MEDIA ON
CARBONGRAPHITE FIBERS AT HIGH TEMPERATURES

BISI 15405 :

YEFIMENKO, G. G. 000000070923
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0011, PP 0023-0026

ROLE OF OUTER AND INNER SINTERING IN THE

STRENGTHENING OF FLUXED PELLETS. COMMUNICATION

2
1BISI 15406 [

YEFIMENKD, G. G. 000000075354
/71ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,NOO11, PP 0023-0026

ROLE OF OUTER AND INNER SINTERING IN THE

STRENGTHENING OF FLUXED PELLETS

BISI 15406 '

RUSAKOV, P. 6. 000000070995
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0011, PP 0027-0030

EVALUATION OF THE PASSING BAND OF A BLAST

FURNACE

BISI 15407 ¥

RUSAKOY, P. G. 000000205975
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V--~~,NO011, PP 0027-0030

EVALUATION OF THE PASSING BAND OF A BLAST FURNACE

BISI 15407 []

MERKER, E. E. 000000073221
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0011, PP 0031-0035

AN INVESTIGATION OF THE PROCESSES OF HEATING UP

AND CARBON ELIMINATION IN THE OPEN HEARTH FURNACE

BISI 15408 '

MERKER, YE. YE. 000000075355
/+1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,NO011, PP 0031-0035
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AN INVESTIGATION OF THE PROCESSES OF HEATING UP
AND CARBON ELIMINATION IN THE OPER HEARTH FURNACE
BISI 15408 [

CHUMAKOY, B, P, 000000075025
11T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N00O11, PP 0040-0042

EXPERIMENTAL STATIC CHARACTERISTICS OF AN

INSTALLATION FOR THE CIRCULATION DEGASSING OF

STEEL

BISI 15403 L)

CHUMAKOY, B. P. 000000129399
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,NO011, PP 0040-0042

EXPERIMANTAL STATIC CHARACTERISTICS OF AN

INSTALLATION FOR THE CIRCULATION DEGASSING

BISI 15409 '

CHUMAKOY, B. P, 000000123308
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,Y----,N0011, PP 0040-0042

EXPERIMANTAL STATIC CHARACTERISTICS OF AN

INSTALLATION FOR THE CIRCULATION DEGASSING

BISI 15409 [

AKHMATOV, v, I. 000000074507
7/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N00O11, PP 0056-0060

STABILITYY OF HIGH MELTING OXYGEN-FREE COMPOUNDS

IN A LOW-TEMPERATURE PLASMA

BISI 15410 ’

SINEL'NIKOY, YU. I. 000000075020
71 T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0O011, PP 0065-0067

REFERRING THE CURVILINEAR SHAPE OF A GROOVE TO

RETANGULAR STOCK BY THE METHOD OF EQUIVALENT

DEFORMATIONS

BISI 15411 [

DYLYUK, A. G. 000000073207
/1TIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0011, PR 0070-0075

OPTIMIZATION OF REDUCTION ON SLAB MILLS

BISI 15412 [

BROVMAN, M. YA, 000000075021
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0011, PP 0076-0080

POHER PARAMETERS WHEN ROLLING WITH DIFFERENT

PERIPHERAL ROLL SPEEDS

BISI 15413 ¥

KLIMENKO, V. N. 000000075137
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V--~-,NOO11, PP 0081-0086

PRESSURE AND SPREAD DURING ROLLING IN WEDGE-

SHAPED PASSES

BISI 15414 '

OSADCHIY, V. YA, 000000070911
7/TZVESTIYA VUZ CHERNAYA METALLURGIYA;/
00/00/1976,¥----,N0011, PP 0100-0110
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DETERMINATION OF THE FORCE PARAMETERS OF THE
DRAWING PROCESS IN AN ULTRASONIC FIELD
1BISI 15417 '

CHERNYI, A, G.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V---- ,NOO11, PP 0101-0103

PROBLEM OF PLOTTING THE WORK-HARDENING

CURVES OF DUCTILE DURING COLD DEFORMATION

sBISI 15415 []

CHERNYI, A. G.

111ZVESTIYR YUZ CHERNAYA METALLURGIYA//
00/00/1976,v---- NOO11, PP 0101-0103

PROBLEM OF PLOTTING THE WORK-HARDENING CURVES

OF CURVES OF DUCTILE STEELS DURING COLD DEFOR-
MATION

BISI 15415 J

DOKUCHAYEY, V. A,

1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,Y----,NQO11, PP Q104-0107

BREAKDOWN OF THE EDGES OF STAMPED STEEL PARTS

AND ABRASIVE IN ULTRASONIC-HYDRO-ABRASIVE
TREATMENT

sBISI 15416 ¥

DOKUCHATEYA, Y. A,

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0011, PP 0104-0107

BREAKDOWN OF THE EDGES OF STAMPED STEEL PARTS

AND ABRASIVE [N ULTRASOMIC HYDRO-ABRASIVE
TREATMENT

BISI 1541p6 v

OSADCHII, V. YA,

/H1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,NO011, PP 0108-0110
DETERMINATION OF THE FORCE PARAMETERS OF THE
DRAHING PROCESS IN AN ULTRASONIC FIELD
BISI 15417 ’

OSTRENKO, V. YA,

/1 1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,NOO11, PP 0111-0114

INVESTIGATION OF THE END WALL THICKNESS

VARIATION QF HOLLOWS

*BISI 15418 [

MOZZHIKIN, YE. 1.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥---- ,NOO11, PP 0123-0126

RELATIVE STABILITY OF DISPERSED HIGH-MELTING
COMPOUNDS IN SOLID METALS

BISI 15419 ¥

BORODIN, YU. V.

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,Y----,N0011, PP 0127-0130

EVALUATING THE BRITTLENESS OF YUNDKT ALLOYS

AFTER DIFFERENT HEAT TREATMENTS

sBISI 15420 ‘

BOROZDIN, YU, V,

000000070309

000000074505

000000070910

000000074509

000000074508

000000070912

000000195479

000000070914

000000082481
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/1 TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥~----,N0011, PP 0127-0130

EVALUATING THE BRITTLENESS OF JUNDKT ALLOYS AFTER
DIFFERENT HEAT TREATMENTS
BISI-15420 '

BOROZDIN, YU. V. 000000247879
/11ZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0011, PP 0127-0130

EVALUATING THE BRITTLENESS OF YUNDKT ALLOYS

AFTER DIFFERENT HEAT TREATMENTS

BISI 15420; ASELT 922/77 L]

KHAZANQY, . O. 000000087733
/112ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0011, PP 0140-0143

THE EFFECT OF REHEATING AND DEFORMATION PRACTICE

ON THE VARIATION IN GRAIN SIZE AND ON THE

AUSTENITE GRAIN IN R1B STEEL

BISI 15421 []

CHERNAOVAOL, A. V. 000000145835
111ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,N0O011, PP 0156-0160

NON-METALLIC INCLUSIONS WITHIN THE YOLUME OF

SPHEROIDAL GRAPHITE FORMATION

BISI 15422 ¥

CHERNOVOL, A. V. 000000205976
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0011, PP 0156-0160

NON-METALLIC INCLUSIONS HITHIN THE VOLUME OF

SPHEROIDAL GRAPHITE FORMATICONS

BISI 15422 []

OBOLENTSEV, F. D. 000000074510
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0011, PP 0161-0165

THE PROBLEM OF SPEED OF ACTION AS APPLIED T0 THE

THERMOPHYSICAL PROCESSES IN METALLIC FOUNDRY

MOULDS

BISI 15423 '

MEDVEDEV, B. I. 000000074506
/1TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,Y----,N0011, PP 0171-0173

MASS TRANSFER IN THE CHAMBER OF A SECTIONAL

FURNACE CONTAINING A SHIELDING ATMOSPHERE

BISI 15424 '

MEDVEDEV, B. I. 000000247875
/1 1ZYESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0011, PP 0171-0173

MASS TRANSFER OF THE CHAMBER OF A SECTIONAL

FURNACE CONTAINING A SHIELDING ATMOSPHERE

BISI 15424 ’

BEZRODNYL, M. K. 000000072821
{11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v---- ,NO011, PP 0174-0177

EFFECTS OF THE ANGLE OF INCLINATION OF AN ENCLOSED

THO TWO-PHASE THERMOSPHON MAXIMUM KEAT TRANSMITTIN

POKER

BISI 15425 [
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/1TIVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0012, PP 0035-0038
INVESTIGATION OF THERMODYNAMIC BEHAVIOUR 0F THE
GENERATION OF DEOXIDATION PRODUCTS IN LIGUIO IRON
BISI 15586 []

PANIOTOY, YU. S.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V---- ,N0012, PP 0043-0046
PROBLEM OF THE REACTION BETWEEN A DROP OF
METAL AND A GAS IN THE PRIMARY REACTION ZONE

ZAMARAEV, V. N. . 000000087735
11TIVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0008-0011

VISCOSITIES OF MOLTEN IRON ALLOYED WITH

GERMANIUM

BISI 15619 []

ZAMARAEY, V. N, 000000133832
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0012, PP 0008-0011

VISCOSITIES OF MOLTEN IRON ALLOYED WITH GERMANIUM

BISI 15619 ¥

BURYLEV, B. P. 000000087729
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0012-0015

SOLUBILITY OF HYDROGEN IN STRONGLY INTERACTING

SYSTEMS

BISI 15583 ]

VITYUGIN, V. M. 000000071923
/1 TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,N0012, PP 0019-0022

INFLUENCE OF PELLETIZABILITY OF IRON-ORE

MIXES ON THE OPERATING EFFICIENCY OF

PELLETIZING DISCS

sBISI 15584 '

VITYUGIN, V. M. 000000087747
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0012, PP 0019-0022

INFLUENCE OF PELLETIZABILITY OF IRON ORE MIXES

ON THE OPERATING EFFICIENCY OF PELLETIZING DISCS

BISI 15584 '

KORSHIKOY, G. V. 000000077845
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0012, PP 0026-0030

KINETICS AND MECHANISM OF MIX-STREAM MOISTENING

IN A 3.2 X 12.5 M REVOLVING DRUM

BISI-15585 [

DROZIN, A. D. 000000087738

000000071926

sBIS1 15587 L)

PANIOTOV, YU. S. 00000082480
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v----,N0012, PP 0043-0046

PROBLEM OF THE REACTION BETWEEN A DROP OF METAL

AND A GAST IN THE PRIMARY REACTION ZONE

BIS1-15587 ¥

KUCHERYAEY, B. V., 000000082956
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J1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0012, PP 0057-0059
MODELLING THE UNSTEADY-STATE DEFORMATION ZONE
OF THE TUBE PROCESS
BISI-15588 []

PARSHIN, V. S.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0012, PP 0069-0071

EFFECTIVENESS OF UTILIZING DRAW BENCHES
BISI-15589 '

PARSHIN, V. S.
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v----,N0012, PP 0072-0076
STRESS IN THE DEFORMATION ZONE WHEN DRAWING
THICK WALLED TUBES ON A MANDREL
BISI-155%0 []

POLUKHIN, V. P,
F1TZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v----,N0012, PP 0081-0084
CONTACT ACTION BETWEEN THE METAL AND ROLLS
DURING THE ASYMMETRIC ROLLING OF FINE-GAUGE
STRIP REPORT 1
BISI-15592 '

SMIRNOY, V. K.

/1TZVESTIVA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0012, PP 0085-0087

CONTACT AREA DURING ROLLING IN SIMPLE-SHAPE
PASSES

BISI 15593 E

SHAPALOY, V. I,

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0012, PP 0092-0093

DEVIATIONS FROM THE SIEVERTS LAW IN THE REGION

OF HIGH PRESSURES

sBISI 15594 []

SHAPALOV, V. I.
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0012, PP 0092-0096
- DEVIATIONS FROM THE SIEVERTS LAW IN THE REGION
OF HIGH PRESSURES
BISI 15594 ¥

SHAPALOV, V. I.
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,Y----,N0012, PP 0092-00%
DEVIATIONS FORM THE SIEVERTS LAW IN THE REGION
OF HIGH PRESSURES
BISI 15594 *

CHERNYAVSKAYA, S. G,

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥----,N0012, PP 0037-0100

CALCULATING THE TEMPERATURE-STAGED HOMOGENIZING
ANNEALING OF 28KH3SNMVFA STEEL

1BISI 15595 4

CHERNYAVSKAYA, S. G.
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

000000082487

000000082488

000000082962

000000078071

0000000719333

000000118502

000000230963

000000071934

(00000082965
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00/00/1976,V---- ,N0012, PP 0097-0100

CALCULATING THE TEMPERATURE-STAGES HOMOGENIZING
ANNEALING OF 28KH3ISNMVFA STEEL

BISI-15595 (]

CHERNYAVSKAYA, S, G. 000000247874
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V¥---- ,N0O012, PP 0097-0100

CALCULATING THE TEMPERATURE-STAGES HOMOGENIZING

ANNEALING OF 2BKH3SNMVFA STEEL

BISI 15595 ¥

RUSIN, P, 1. 000000071935
J11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,Y----,N0012, PP 0105-0107

MECHANICAL PROPERTIES OF IRON AFTER HEAT TREAMENT

IN A MAGNETIC FIELD

*BISI 155% [

RUSIN, P. 1. 0000001 18506
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V----,N0012, PP 0105-0107
MECHANICAL PROPERTIES OF IRON AFTER HEAT
* TREATHMENT IN A MAGNETIC FIELD
BISI 155% v '

RUSIN, P, I. 000000125717
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0105-0107

MECHANICAL PROPERTIES OF IRON AFTER HEAT

TREATMENT IN A MAGNETIC FIELD

BISI 15596 ¥

RUSIN, P. 1. 000000230966

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0105-0107

MECHANJCAL PROPERITIES OF IRON AFTER HEAT

TREATMENT IN A MAGNETIC FIELD

BISI 155% L]
|

PETRICHENKO, A. M. 000000205977
111ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V---- ,N0012, PP 0115-0118

THE GATING SYSTEM OF MULTI-POSITION METAL MOULDS

sBISI 15597 #

KOLESNICHENKO, A. G. 000000071937
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0012, PP 0119-0121

INFLUENCE OF BORON ON THE STRUCTURE AND

PROPERTIES OF IRON CASTINGS

3BISI 15598 '

KOLESNICHENKO, A. G. 000000099316
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 01193-0121

INFLUENCE OF BORON ON THE STRUCTURE AND

PROPERTIES OF IRON CASTINGS

BISI 15598 "

BOBRO, YU. G. 000000071938
J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0122-0124

THE FERRITE BRITTLENESS OF HOGH STRENGTH
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ALUMINIUM TRONS CONTAINING SPEROIOAL GRAPHITE
xBISI 15599 ’

KISELEV, S. F. 000000071947
/11ZVESTIYA YUZ CHERNAYA METALLURGLYA//

00/00/1976,V----,N0012, PP 0133-0137

EVALUATION OF THE INFORMATION PROVIDED BY

CONTROLLED SIGNALS IN QPERATING CONTROL SYSTEMS

tBISI 15601 [

KISELEV, S. F. 000000095051
//12VESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0012, PP 0133-0137

EVALUATION OF THE INFORMATION PROVIDED BY

CONTROLLED SIGNALS IN OPERATING CONTROL SYSTEMS

BISI 15601 . [

KISLEY, S. F. 000000146905
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0G12, PP 0133-0137

EVALUATION OF THE INFORMATION PROVIDED BY

CONTROLLED SIGNALS IN OPERATING CONTROL SYSTEMS

BISI 15601 I

KISELEV, S. F. 000000239587
/HIZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N0012, PP 0133-0137

EVALUATION OF THE INFORMATION PROVIDED BY

CONTROLLED SIGNALS IN OPERATING CONTROL SYSTEMS

ISIGNALS FROM A NEUTRON ELEMENT FOR SENSING

THE MOISTURE CONTENT OF CHARGE MATERIALS FOR

SINTERING)

BISI 15601 [

BERLIN, A, A, 000000173424
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v---- ,N0O012, PP 0138-0142

ALGORITHMS FOR ASSESSING THE EFFECTIVENESS OF AN

OPERATIVE CONTROL

BISI-15602 *

BERLIN, A. A, 000000206002
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0138-0142

ALGORITHMS FOR ASSESSING THE EFFECTIVENESS OF AN

OPERATIVE CONTROL

BISI 15602 ¥

KULAKOV, S. M. 000000071949
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥---- ,N0012, PP 0143-0146

ROLLED PRODUCT CERTIFICATION USING PREDICTION

MODELS

$B1S1 15603 '

KULAKDY, S. M. 000000087728
711ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V----,N0012, PP 0143-0146

ROLLED PRODUCT CERTIFICATION USING PREDICTION

MODELS

BISI 15603 ’

GREBENIK, V. M. 000000205978
//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
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00/00/1976,¥----,N0012, PP 0150-0155

EVALUATION OF THE PARAMETERS OF FATIGUE CURVES
AND THE LIVES OF EQUIPMENT COMPONENTS WITH A
PRESCRIBED PROBABILITY OF FAILURE

BISI 15604 '

KUIMOV, V. M. 000000135456
11T1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0156-0161

ARRANGEMENT OF BANK UNITS FOR PARTICULAR CALENDAR

PLANNING SUB-SYSTEMS IN AUTOMATIC SYSTEMS FOR

CONTROLLING STEELWORKS

NTC 78-11490-13H ¥

METS, A, F, 000000082971
//TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥----,N0012, PP 0162-0165

MATHEMATICAL FORMALIZATION OF PRICE CALCULATION

FOR METALLURGICAL SCRAP

BISI-15605 [}

BAPTIZMANSKIY, V. I. 000000060843
//12ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976, ¥----,N0004, PP 0054-0058

MICRO-PROBE EXAMINATION OF NON-METALLIC

INCLUSIONS IN RAIL STEEL CAST UNDER EXOTHERNIC

SLAG MIXTURES

BISI 14544 L

DYAKONOY, V. M, 000000060851
1/1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976, V----,N0004, PP 0071-0074

MATHEMATICAL MODELLING OF THE PROCESS INVOLVING

REMOVAL OF NON-METALLIC INCLUSION FROM THE

MOLTEN METAL FILM DURING ELECTROSLAG REMELTING

BISI 14546 [

KLIMENKD, V. M. 000000082961
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0000,¥0012, PP 0077-0080

MATHEMATICAL MODEL OF A FOUR-HIGH MILL ROLL

ASSEMBLY WITH POWER PROFILING OF THE WORK AND

BACKUP ROLLS

BISI-15591 "

NECHAYEV, YU. S. 000000193450
711ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0009,Y----, PP 0132-0137

STUDY OF CHARACTERISTICS OF VACANCIES IN AN ALLOYS

OF A1 + 1.5 AT CU

BISI 15092 '

MOZZHIKIN, YE. I. 000000199447
J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0011 ,N----, PP 0123-0126

RELATIVE STABILITY OF DISPERSED HIGH-MELTING

COMPOUND IN SOLID METALS

BISI 15419 ]

BURTSEY, A. I. 000000266845
//TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v¥0019,N0001, PP 0106-0110

ELASTO PLASTIC SYRESSES IN THE RADIANT HEATING

OF A CYLINDER
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BISI L.STG 14322 []

ZAITSEY, S. I.

/1 1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V0019,NO001, PP 0117-0120
INVESTIGATION OF THE EFFECT OF THE INTERMEDIATE
PROCESSING CAPACITIES ON THE PRODUCTIVITY OF A
SHEET ROLLING SHOP
BISI 14324 '

ZAITSEY, S, 1.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,N0O001, PP 0117-0120
INVESTIGATION OF THE EFFECT OF INTERMEDIATE
PROCESSING CAPACITIES ON THE PRODUCTIVITY OF
A SHEET ROLLING SHOP
BISI 14324 [}

MEZHENNYI, YU. 0.

{/TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,Y¥0019,N0O001, PP 0145-0150
INVESTIGATION INTO THE CAUSES OF STRATIFICATION
OF TSM-2A ALLOY SHEETS
BISI 14326 4

SABELNIKQY, A, G.

f/TIVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,v0019,N0001, PP 0183-0188
METALLURGICAL FURNACES, THE THERMOELASTIC
STRESSES IN A SOLID SPHERE
BLLD 5828.4F :M 25388 '

SHCHIPANOVA, L. V.

/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,N0002, PP 0002-0003

ELECTRIC RESISTANCE OF IRON MELTS CONTAINING
GRANIUM & PP .

BLLD 5828.4F:M 24392 '

YAVOISKII, v, I.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0013,N0002, PP 0010-0015

THE CONTRIBUTION OF SCIENTIFIC HIGHER
EDUCATIONAL ESTABLISHMENTS TO TECHNICAL PROGRESS
IN THE IRON AND STEEL INDUSTRY 7 PP
BLLD 5828.4F:M 25390 L

POLUKHIN, V. P,

//1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,v0019,N0002, PP 0016-0021

ACHIEVEMENT AND THE SCIENTIFIC AND TECHNICAL
PROBLEMS IN THE ROLLING FIELD 10 PP

BLLD 5828:4F M 25391 [

LAPTEV, D. M.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v0019,N0002, PP 0022-0026
THERMODYNAMIC CHARACTERISTICS OF THE REACTIONS
IN THE SI1-0-C SYSTEM COMMUNICATION 2.

BISI L.STG 14358 [

NEMCHENKO, V. P,
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V0019,N0002, PP 0034-0038

000000268251

000000268243

000000268169

000000261287

000000268087

000000268079

000000260936

000000266846

000000268174
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OIFFUSION CHARACTERISTICS OF THE ADSORPTION AND
DESORPTION OF MELT COMPONENTS IN AND FROM THE
SURFACE OF SURFACING BUBBLES

BISI 14359 [

KASHIRSKIY, V. G. 000000268073
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,Y0019,N0002, PP 0049-0052

DETERMINATION OF THE REDUCTION TIME OF IRON ORE

WITH NATURAL GAS REFORMING PRODUCTS

BISI L.STG 14360 ’

BOGDANOY, N. S. 000000240869
771ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1376,Y¥0019,N0002, PP 00&1-0063

INVESTIGATION OF THE DIFFUSION OF NITROGEN IN

MOLTEN IRON

BISI 14362 [

KOKOVIKHIN, YU. I, 000000260920
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0019,N0002, PP 0073-0075

CONTACTLESS DEFORMATION WHEN DRAWING BIMETAL WIRE

WITH A SOFT COATING COMMUNICATION 2.

BLLD 5828.4F:M 25393 '

BOGATOV, A, A. 000000240866
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v0019,N0002, PP 0076-0078

DETERMINING OF THE OPTIMUM STAND RIGIDITY OF

THE REELING INSTALLATION OF DRAW BENCHES IN

LONGMANDREL TUBE DRAWING

BLLD 5828.4F :M25394 ’

SAPRYGIN, KH. M. 000000261068
/1 T1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,v0019,N0002, PP 0098-0101

INVESTIGATION OF THE ROLL PRESSURE AND TCRQUES

DURING THE ROLLING OF WEDGE-SHAPE SECTIONS

BISI 14366 ]

VOROBEV, G. M. . 000000240867
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N0002, PP 0111-0113

EVALUATING THE MOTIVE FORCE OF SECONDARY

RECRYSTALLIZATION IN SILICON IRON

BISI 14369 '

GUREVICH, YU. G. 000000260919
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0013,N0002, PP 0130-0132 .

FERRITE BAND IN HOT-ROLLED 10KHNP STEEL SHEET 9 PP

BLLD 5828.4F :M 253% [

LEV, I. E. 000000227957
/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N0002, PP 0137-0133

MICRO-DISTRIBUTION OF SILICON AND COPPER IN

ALLOY MAGNEISUM IRON AND THE EFFECT ON IT OF

HEAT TREATMENT

BIS1 14371 ¥

BESPALOV, N, S, 000000268172
//1ZVESTIYA VYUZ CHERNAYA METALLURGIYA//
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00/00/1976,¥0019,N0002, PP 0148-0151
INVESTIGATION OF CAST-IRON CRYSTALLIZATION METHOD
BISI 14373 '

SHCHELOKOY, A, I.

/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/007/1976,Y0019,N0002, PP 0158-0162

FORMATION OF THE INITIAL REGION IN A TURBULENT
DIFFUSE FLAME 13 PP

BLLD 5828.4F :M253% '

KOCHO, Y. S.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,N0002, PP 01670169

PROBLEMS INVOLVED IN ENGINEERING SYNTHESIS OF

THE OPTIMUM CONTROL OF METALLURGICA PLANT 10 PP
BLLD 5828.4 F:M 25397 [

ZDANEYICH, V. A.

/11ZYESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/13976,v0019,N0002, PP 0174-0177
HECHANICAL EQUIPMENT AT STEELWORKS. DETERMINING
THE PARAMETERS OF A DYNAMIC CIRCULAR INGOT SUPPLY
SYSTEM 10 PP
BLLD 5828.4F:H 25398 []

YESELOV, N. G.

F11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v0019,N0002, PP 0178-0180

ECONOMICS AND ORGANIZATION OF METALLURGICAL
PRODUCTION. IMPROVING MATERIAL INCENTIVES T0
THOSE EMPLOYED IN ROLLING MILLS 11 PP

BLLD 5828.4F:M 25399 ¥

KOLESANQY, F. F.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V0019,N0003, PP 0016-0019

IGNITION TEMPERATURE OF SOLID FUEL IN ORE
SINTERING

BISI 14465 [

EL-AFIFI, S.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V0013,N0003, PP 0020-0023
INVESTIGATION OF THE MICROSTRUCTURE OF METALLIZED
SINTER
BISI 14466 ¥

KUZMETSOV, A, F.

//1ZVESTIYA VUZ CHERNAYA METALLURGIYA/!
00/00/1976,¥0019,N0003, PP 0041-0044

THE PHASE STATE OF METAL SHOT IN BASIC

OXYGEN FURNACE SLAG DURING THE BLOW

BISI 14468 ]

OSTROVSKII, 0. I.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v0019,N0003, PP 0055-0058

ENTHALPY OF SOLUTION OF PHOSPHORUS IN IRON AND
NICKEL

BISI L.STG 14470 ¥

GUN, G. YA,
//TZVESTIYA VUZ CHERNAYA METALLURGIYA//

000000268497

000000260951

000000260950

000000240865

000000240878

000000268171

000000268358

000000226410

000000240868
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00/00/1976,Y0019,N0003, PP 0066-0070

PROCEDURE FOR DETERMINING THE RHEOLOGICAL
PROPERTIES OF POROUS MATERIALS

BISI 14472 [

CHELYUSTKIN, A, B. 000000268135
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v¥0019,N0003, PP 0096-0098

IMPROVING THE QUALITY OF HOT-ROLLED LIGHT-GAUGE

SHEET COMMUNICATION ONE

BISI 14475 J

SHEVAKIN, YU_ F. 000000297736
1HIZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1376,V0019,N0003, PP-0107-0110

METHOD OF ANALYSING THE TRANSYERSE WALL THICKNESS

VARIATION OF SEAMLESS TUBES

BISI 14476 '

YELKUSY, R, 000000297912
1112VESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N0003, PP 0111-0113

INVESTIGATION OF SOME TECHNICAL SCHEDULES FOR

THE PRODUCTION OF OBKP STEEL AUTOMATIVE SHEET

BISI 14477 L]

MIRKIN, L. I. 000000226411
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0019,N0003, PP 0152-0155

SINTERING OF CARBONYL IRON POWDER WITH LASER

BEAMS AND SHOCK WAVES

BISI L.STG 14479 ¥

AIZENTSON, E. C. 000000240880
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0013,N0003, PP 0156-0158

INFLUENCE OF ANNEALING OF DEFORMED ARMCD IRON

ON SNOEK PEAK HEIGHT

BISI 14484 ¥

CHELUSHKIN, A. S, 000000260914
/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N0003, PP 0165-0168

THEORETICAL ANALYSIS OF THE CORE DISTORTION

CONDITIONS DURING THE CASTING OF HOLLOW BLADES

BISI 14480 [

SHIPINDIER, . S. 000000268158
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//{

00/00/1976,v0019,N0O003, PP 0169-0172

PROCESSES IN CERAMIC CORES DURING POURING OF

HOLLOW CASTINGS

BISI 14481 ¥

POLETAYEVY, V. P. 000000268503
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v¥0013,NO003, PP 0173-0177

VELOCITY DISTRIBUTION OVER THE STREM CROSS SECTION

DURING DISCHARGE FROM A MULTINOZZLE LANCE

BISI 14482 '

MERKER, E. E. 000000240876
1/1ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,NO003, PP 0182-0184
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THE E. M. F. METHOD USED FOR CONTROLLING THE
POSITION OF OXYGEN LANCES [N OPEN-HEARTH

FURNACE BATHS

BISI 14483 . []

KOPYRIN, A. I.

/1TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,V0019,NC004, PP 0024-0028

INFLUENCE OF FIRING REGIME OF THE STRENGTH OF
UNFLUXED PELLETS WITH RETURN FINES ADDITIONS

BISI 14541 '

BAPTIZMANSKIY, V. 1.

11TZVESTIVA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V00139,N0O004, PP 0054-0059

MICRO-PROBE EXAMINATION OF NON-METALLIC
INCLUSIONS IN RAIL STEEL CAST UNDER EXOTHERMIC
SLAG MIXTURES

BISI 14544 #

DROBYSHEVSKIY, A, S,

J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,NO004, PP 0059-0064

THE OPTIMUM EXPERIMENT PLANNING METHOD USED FOR
STUDYING THE DISTRIBUTION OF IMPURITIES WHEN
METAL IS HELD IN THE LADLE
BISI 14545 '

DYAKONOV, V. M.

JJ1ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,N0O004, PP 0071-0074

MATHEMATICAL MODELLING OF THE PROCESS

INYOLVING REMOVAL OF NON-METALLIC INCLUSION

FROM THE MOLTEN METAL FILM DURING ELECTROSLAG
REMELTING

BISI 14546 *

BROVMAN, M. YA,

711ZVESTIVA VUZ CHERNAYA METALLURGIYA//
00/00/1976,v0019,N0004, PP 0090-0093

RESEARCH INTO THE ELECTRIC ROLLING OF METALS

BISI 14550 '

SMIRNOY, V. K.

J11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,N0004, PP 0111-0115

SPECIFIC PRESSURE AND DEFORMATION MOMENT DURING
ROLLING IN SHAPE PASSES

BISI 14553 [

SINELNIKOY, YU. I.

/11ZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,Y¥0019,N0004, PP 0120-0123

THEORY OF CALCULATION OF THE DEFORMATION ZONE
PARAMETERS BY THE STATIC MOMENTS METHOD

BISI 14555 L

YERSHOY, G. S.

/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//
00/00/1976,V0019,N0004, PP 0147-0146

INFLUENCE OF ALLOYING ELEMENTS ON THE VISCOSITY
OF LIQUID IRON AND STEEL

BISI 14558 ¥

000000240872

000000227980

000000227968

000000227970

000000268196

000000260932

000000268257

000000227979
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KRIVOSHEYEV, A. E. 000000227963
J/TZVESTIVA VUZ CHERNAYA METALLURGIYA//

00/0071976,¥0019,N0004, PP 0147-0151

THE ULTRASONIC METHOD USED FOR INVESTIGATING

THE SOLIDIFICATION OF ROLL TRONS

BISI 14559 ’

POGOSBEKYAN, YU, M, 000000227978
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0019,N0004, PP 0152-0156

A METHOD OF CALCULATING THE AMOUNT OF THE

ATMOSPHERE IN FOUNDRY POURING

BISI 14560 ’

MYSIK, A, F, 000000227966
//12ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v0019,N0004, PP 0157-0161

CALCULATING THE TEMPERATURE FIELDS IN LAYERS

TAKING TRANSYERSE THERMAL CONDUCTIVITY INTO

ACCOUNT

BISI 14561 ]

SHTETS, K. A, 000000227972
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA// -

00/00/1976,¥0019,N0004, PP 0182-0185

CALCULATING THE IRON CONTENT OF THE SOLID

OXIDANTS CONTAINED IN THE METALLICS OF THE

STEELMAKING CHARGE

BISI 14562 *

YORONTSOV, V. K. ’ 000000240859
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v0019,N0005, PP 0096-0100

EXPERIMENTAL CALCULATING METHODS OF SOLYING

THE PROBLEM QF PLASTIC FLOW IN CROSS-HELICAL

ROLL ING

BISI 14654 [

TATARCHENKO, V. A, 000000227985
J1T1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,V0019,N0005, PP 0145-0148

REPORT 1

CAPILLARY FORMATION OF SHAPE IN THE

SOLIDIFICATION OF MOLTEN METAL

BISI 14659 ’ ]

SHVEIKIN, V. V. : 006000268090
/11ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,v0019,N0006, PP 0001-0005

INVESTIGATION OF THIN-WALL TUBE ROLLING WITH A

SHORT TRAVELL ING MANDREL ON A THREE-ROLL MILL

BISI 14795 ]

UNKNOWN 000000268177
J11ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N0006, PP 0005-0008

SOLUBILITY OF HYDROGEN IN MOLTEN IRON ALLOYED

WITH GERMANIUM

BISI 14786 ]

ESAULOV, V. S. 000000268176

//TZVESTIYA YUZ CHERNAYA METALLURGIYA//
00/00/1976,¥0019,N0006, PP 0009-0013
SPREADING RATES OF SLAG MELTS OVER THE SURFACE
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OF SOLID OXIDES
BISI 14787 '

NOVIKOV, V. K, 000000268175
//1ZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N0006, PP 0018-0020

RAISING THE STATE OF OXIDATION OF METAL UNDER

THE ACTION OF AN ELECTRIC CURRENT

BIS! 14788 ]

PYZHOV, V. G. 000000268187
//I1ZVESTIYA YUZ CHERNAYA METALLURGIYA//

00/00/1976,Y0019,N0006, PP 0024-0027

COMMUNICATION ONE

FACTORS INFLUENCING THE CARBON CONTENT OF FOUNDRY

PIG IRON

BISI 14789 "

KLEIN, A. L. 000000268186
//TZVESTIYA VUZ CHERNAYA METALLURGIYA//

00/00/1976,¥0019,N000&, PP 00%3-0056

VARIATION IN TECHNOLOGICAL INDICES OF STEEL

MELTING IN 250 TON CONVERTERS AS A FUNCTION OF
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